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ABSTRACT:

Quasi-equilibrium profiles are analyzed through galvanostatic intermittent titration technique

(GITT) and potentiostatic intermittent titration technique (PITT) to study the charge/discharge

mechanism in multicomponent olivine structure (LiMn1/3Fe1/3Co1/3PO4). From GITT data, the

degree of polarization is evaluated for the three regions corresponding to the redox couples of Mn2+/

Mn3+, Fe2+/Fe3+ and Co2+/Co3+. From PITT data, the current vs. time responses are examined in

each titration step to find out the mode of lithium de-intercalation/intercalation process. Further-

more, lithium diffusivities at specific compositions (x in LixMn1/3Fe1/3Co1/3PO4) are also calculated.

Finally, total capacity (Qtotal) and diffusional capacity (Qdiff) are obtained for some selected voltage steps.

The entire study consistently confirms that the charge/discharge mechanism of multicomponent olivine

cathode is associated with a one-phase reaction rather than a biphasic reaction.
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1. Introduction

A considerable attention has been focused to control the

environmental pollution and depletion of oil resources.

A promising suggested solution has led to the development

of eco-friendly vehicles that use the “green” energy

storage, systems such as plug-in hybrid electric vehicles

(PHEVs) and hybrid electric vehicles (HEVs). The launch

of PHEVs and HEVs has opened a new chapter to develop

such a high performance cathodes which can fulfill their

challenging requirements such as high stability, high energy

density, high power and low cost.1-7) An extensive

research has been underway since long to meet the future

challenges of energy storage devices. In this context, the

lithium transition metal phosphate, LiMPO4 (where M =

Mn, Fe, Co, or Ni) having olivine structure, has been

attracting a lot of attention. The LiMPO4 is considered as

one of the most promising cathode materials and has some

prominent advantages over the current cathode material

(LiCoO2) such as remarkably stability even in harsh oper-

ating conditions, nontoxic, and potentially inexpensive.8)

Besides these advantages, these materials are suffering

from some short comings. For instance, LiFePO4 is suffering

from low energy density which is essentially due to its low

equilibrium potential; LiMnPO4 is severely affected by

the sluggish kinetics of lithium diffusion and LiCoPO4 is

suffering from the low activity because of high redox poten-

tial of cobalt. In order to overcome the limitations of each

individual transition metal phosphate, recently a multi-

component system has been proposed where Fe, Mn and

Co has been affectively combined to form a homogeneous

solid solution.2,9,10) It has been demonstrated through

experiments and first-principles calculations that each

transition metal retains its original identity and shares its

role in electrochemical activity unlike their single compo-
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nent state. There is increase in redox potential of iron

(3.2→ 3.4 V) and a decrease in the redox couple of cobalt

(4.9→ 4.6 V) is observed thus making them quite useful

for practical applications. This shift in redox potential

of each transition metal is observed due to the charge

redistribution and the relative energy change from the

multiple M/Li interactions. In addition, the distribution

of multiple transition metals in olivine structure alters local

crystal structure and electronic structure, affecting its kinetic

and thermodynamic properties. The multicomponent

effect also reduces the Jahn-Teller effect of Mn and

significantly enhances both Li mobility and electron

(polaron) conductivity. Interestingly, it has been demon-

strated that the multicomponent olivine structure exhibits

one phase reaction during intercalation/de-intercalation

of lithium. The unexpected one-phase Li insertion/extrac-

tion reaction of the multicomponent olivine cathode has

been explained with respect to the multiple interactions

of M/Li or M/vacancy (M = transition metals).2,9,10)

The purpose of this report is twofold. Firstly, a study on

the charge/discharge mechanism will help to fully under-

stand the unique features associated with multicomponent

system. Secondly, this will further validate our previous

reported results related to the exhibition of one-phase

reaction during intercalation/de-interaction of lithium into/

from the host structure (solid solution formation). We believe

that complete understanding of charge/discharge mechanism

will also provide an opportunity to develop/modify better

cathode materials in future for energy storage devices.

2. Experimental

2.1. Preparation of multicomponent olivine,

LiMn1/3Fe1/3Co1/3PO4

A mixed transition metal oxalate, Mn1/3Fe1/3Co1/3

(C2O4)·2H2O, were prepared in optimized coprecipitation

condition described at.10) Sulfate sources of MnSO4H2O

(99%, Aldrich), (NH4)2Fe(SO4)26H2O (99%, Aldrich),

CoSO47H2O (99%, Aldrich), and ammonium oxalate

((NH4)2C2O4H2O, 99%, Aldrich) with a molar ratio of

1 : 1 : 1 : 3 were used as precursors. We prepared two

different aqueous solutions: (i) 0.7 M mixed transition metal

sulfate solution and (ii) 0.5 M ammonium oxalate solution.

The former was added drop wise to the latter with stirring.

The coprecipitation reaction was continued for 2 hours in

Ar-filled glove box to keep the oxidation state of each

transition metal +2. The temperature of a reaction bath

was maintained at 90oC, and the coprecipitated solution

was aged in an argon atmosphere for 7 hours to obtain

a phase-pure mixed a-oxalate. After precipitation and

cooling, the precipitate was separated and washed with

DI water several times using a centrifuge. The separated

precipitate was dried at 70ºC in a vacuum oven for 10 hours.

The multi-component olivine LiMn1/3Fe1/3Co1/3PO4 was

synthesized by a solid-state reaction using LiH2PO4

(97%, Alfa Aesar) and the mixed transition metal oxalate,

Mn1/3Fe1/3Co1/3(C2O4)·2H2O with a molar ratio of 1 : 1.

Pyromellitic acid hydrate, 6 wt%, (PA, 99%, Fluka) was

added as an organic additive. The mixture was wet ball-

milled using acetone for 18 hours. After evaporating

the acetone, the mixture was heated at 500oC for 10 hours

under argon flow. The calcined sample was cooled to

room temperature and reground. Additionally, 6 wt% PA

as an organic additive and 1 wt% ferrocene (98%, Aldrich)

as a graphitization catalyst were added to carbon-coat

the material. This whole mixture was ball-milled again in

acetone media for 2 hours. After evaporating the acetone,

the mixture was pelletized manually under 200 kg cm−2

pressure using a disk-shape mould. The pellets were heated

again sintered at 600 oC for 10 hours under argon flow,

cooled to room temperature, and finally ground. XRD

spectra and SEM images of the mixed transition metal

oxalate and the resulting multicomponent olivine are

presented in Fig. 3 and Fig. 5 at,10) respectively.

2.2. Electrochemical tests

For the electrochemical characterization, a slurry of

79 wt% LiMn1/3Fe1/3Co1/3PO4, 12 wt% carbon black and

9 wt% polyvinylidene fluoride (PVDF) dispersed in

N-methyl-2-pyrrolidone (NMP) was prepared. The slurry

was casted on aluminum foils using a doctor-blade. The

casted electrodes were dried at 110 oC for 2 hours in air to

evaporate NMP and the electrodes of desired size were

punched. CR2016 type coin-cells were assembled in an

Ar-filled glove box using punched electrodes as a cathode,

Li as a counter electrode, Celgard 2400 as a separator and

1 M solution of LiPF6 in a mixture of ethyl carbonate/dim-

ethyl carbonate (EC/DMC, 1 : 1 v/v) as an electrolyte. The

electrochemical properties were examined with the

help of a battery cycler (WonA Tech, WBCS 3000, Korea).

Galvanostatic intermittent titration technique (GITT)

measurement was performed by using a constant current

of C/50. The electrochemical cells were charged and

discharged for 1 hour at C/50 rate with 2 hours rest time

in galvanostatic mode. Potentiostatic intermittent titration

technique (PITT) measurement was also carried out

by using a “staircase” voltage profile in which the cell

potential was increased in 5 mV increments, and the
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current vs time, I(t), was measured at each constant potential

step. Each individual titration was finished when the abso-

lute current reached a C/50 rate. The voltage range for

GITT and PITT measurement was 2.0-4.9 V.

3. Results and Discussion

The electrochemical activity of each redox couple

(Mn2+/Mn3+, Fe2+/Fe3+, or Co2+/Co3+) the LiMn1/3Fe1/3
Co1/3PO4 electrode was investigated by galvanostatic

intermittent titration technique (GITT). The variation of

voltage with time was recorded and then converted to the

V vs. x curve as shown in Fig. 1, where V is the cell voltage

and x is the number of lithium in the olivine structure.

Almost 0.84 Li was extracted from the olivine structure

during charging, and 0.72 Li was intercalated to the

structure during discharging. Three slopping regions

were observed in both charge and discharge profiles,

implying that three different redox couples contribute

to the capacity. The values of voltage at the end of each

rest step in GITT measurement generally indicate the quasi-

equilibrium voltage at that composition.11-13) Therefore,

the dashed line in Fig. 1 indicates the quasi-equilibrium

charge/discharge profile of multicomponent olivine,

and the extent of deviation from this profile represent

the degree of polarization at that composition. A careful

analysis of Fig. 1 indicates that almost no polarization

is observed for all the three redox couples during charging.

However, upon discharging, second region in discharge

profile shows relatively large polarization, implying that

the Mn3+/Mn2+ redox couple is kinetically very sluggish

especially during the discharge process. This observation

is well consistent with previous reports which mention the

much slow kinetics of Mn during discharging.14) Fur-

thermore, the quasi-equilibrium charge/discharge profile

is quite slopping, giving us a hint that the charge/discharge

mechanism of the multicomponent olivine is based on a

solid solution de/intercalation process rather than a bipha-

sic process. The biphasic process has been reported as the

general insertion mechanism in single component olivine

cathodes, LiMPO4 (M = Mn, Fe, or Co).15)

The best way to determine the nature (one-phase vs. two-

phase) of the insertion process is the PITT measurement.

In the PITT measurement, the current vs. time, I(t), is mea-

sured for each voltage step indicative of each composition.

Generally, the character of the current vs. time response,

I(t), gives useful information about charge/discharge

mechanism.11-13) Basically, there are two different types

of I-t curves in PITT measurement, one is “Bell-shape”

which has local maximum value of current for each

individual titration and the other one is “Cottrel-type”

in which the current abruptly decays with time for each

voltage step. “Bell-shape” I-t curve in PITT measurement

is representative of de-intercalation/interaction of lith-

ium in the structure based on the nucleation and growth

limited transformation (so called two-phase reaction),

whereas a “Cottrel-type” I-t curve in PITT measurement

is indicative of the diffusion limited insertion process

(so called one-phase reaction).16-20)

Fig. 2(a) represents the I-t curves of LiMn1/3Fe1/3Co1/3PO4

in PITT measurement. It can be noticed that there is no

presence of local maxima throughout the whole region of

charge and discharge which implies that the I-t curve

do not follow the “Bell-shape”. On the other hand, the

current decays rapidly with time, confirming the “Cottrel-

type” and hence proving that the de-intercalation/interaction

of Li in multicomponent olivine (LiMn1/3Fe1/3Co1/3PO4)

is associated with diffusion limited insertion process.

“Cottrel-type” can be also verified more precisely by another

plot, 1/(I(t)t) versus 1/t. Fig. 2(b) shows analysis of

potentiostatic responses for six selected voltage steps

indicated in Fig. 2(a). A regression on a plot of 1/(I(t)t)

versus 1/t shows a linear relationship which means an

almost complete lithium solid solution. The good linear

fit in the whole voltage regions during charging and dis-

charging indicates mainly diffusion limited responses

(Cottrellian behaviors) across the entire charge and

discharge ranges.21-22)

In addition, the voltage curves from the PITT measure-

ment as a quasi-equilibrium profile have three sloping

regions rather than three voltage plateaus. This is also in
Fig. 1. GITT curve for multicomponent olivine cathode in

charging and discharging mode.
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good agreement with GITT measurement, and indicates

that charge/discharge mechanism of multicomponent

olivine cathode is one-phase mode rather than two-

phase mode.

Lithium diffusivities or chemical diffusion coefficients

can be calculated using Cottrell’s diffusion-only model

by applying to the PITT data.21,22) The detailed methods

to extract lithium diffusivities from PITT data can be

found elsewhere.20) Fig. 3 (a and b) shows the variation

of lithium diffusivity with the composition calculated

from the PITT measurement during charge and discharge.

Diffusivity is in the range of 10−9~10−12 cm2 s−1. Three

minima of lithium diffusivity correspond to three sloping

regions related to three redox couples (Mn2+/Mn3+, Fe2+/

Fe3+, and Co2+/Co3+). The D vs. x profile of charge and

discharge has three depressed regions, and their shape is

fairly smooth rather than sharp, implying that lithium

insertion mechanism is related to solid solution and

one-phase behavior.

Fig. 4 shows total capacity, Qtotal (filled bars), and

“diffusive” capacity, fQtotal or Qdiff (patterned bars) measured

upon charge and discharge. The detailed methods to cal-

culate Qtotal and Qdiff from the PITT data are described

elsewhere.[20] It can be noticed from the Fig. 4 that the

f values (Qdiff / Qtotal) which correspond to the fractions

of the diffusional contributions to the whole capacity

are almost unity in all range of charge and discharge. This

behavior indicates that the lithium transport process is

mainly diffusion-controlled rather than nucleation and

growth limited transformation in the whole range. This is

one of the strong evidences which confirm that the

insertion/de-insertion mechanism of lithium into/from

LiMn1/3Fe1/3Co1/3PO4 is associated with a one-phase

reaction.

Fig. 5 shows the lithium diffusivities and the capacities,

Qtotal, versus the voltage at which the I(t) response was

Fig. 2. (a) PITT curve for the multicomponent olivine cathode

in charging and discharging mode. (b) Analysis of potentiostatic

responses for six selected voltage steps indicated in (a). Plots of

1/(I(t)t) versus 1/t show the good fit to linearity for all selected

voltage steps, implying diffusion limited responses (Cottrellian

behaviors) for the entire state-of-charge range.

Fig. 3. Variation of lithium diffusivities with the composition

calculated from the PITT measurement during (a) charge and

(b) discharge. Voltage profiles as the composition is also

represented with diffusivity for comparison.
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measured. It can be seen that the maximum capacity is

delivered at the voltage which corresponds to the minimum

value of the lithium diffusivity. In addition, the yielded

capacities are widely distributed over the whole voltage

range rather than concentrated at very narrow voltage

window, implying that the miscibility gap or solid solution

region is wide. This result also confirms that the charge/dis-

charge mechanism of the multicomponent olivine cathode

is governed by one-phase reaction over the entire volt-

age range.

4. Conclusion

Quasi-equilibrium profiles of LiMn1/3Fe1/3Co1/3PO4

were investigated during charging and discharging

through GITT and PITT measurements. The resultant

profiles showed three different quite slopping regions

indicating the formation of a solid solution. The “Cottrel-

type” I-t curve during PITT measurement confirms that

the de-intercalation/interaction of Li in multicomponent

olivine (LiMn1/3Fe1/3Co1/3PO4) is associated with diffusion

limited insertion process (so called one-phase reaction).

In addition, in PITT measurement, the conservation of the

lowest values of chemical diffusion coefficients at three

depressed regions and the unit value of (Qdiff/Qtotal) confirms

that the charge/discharge mechanism of multicomponent

olivine cathode is governed by one-phase or solid solution

reaction rather than biphasic reaction.
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