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Colloidal particles consisted of individual nanosized magnetite grains on the surface of the silica cores were

obtained by two-stage sol-gel technique. Size distribution and microstructure of the particles were analyzed

using atomic force microscopy, X-ray diffraction and Nitrogen thermal desorption. Magnetic properties of the

particles were studied by the method of the longitudinal nonlinear response. It has been shown that

nanoparticles of magnetite have a size corresponding to a superparamagnetic state but exhibit hysteresis

properties. The phenomenon was explained using the magnetostatic interaction model based on the hypothesis

of iron oxide particles cluster aggregation on the silica surface. 
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1. Introduction

Magnetite nanoparticles have attracted a great deal of

attention because of their unique physicochemical pro-

perties and great potential use in various biomedical ap-

plications, such as contrast agents in magnetic resonance

imaging (MRI), carriers for targeted drug delivery, radio

frequency hyperthermia, the magnetic separation in

microbiology, biochemical sensing [1-4], etc. 

Magnetic colloidal particles based on iron oxide in a

biologically inert and stable coating of silica can be used

as an embolic material for catheter embolization of blood

vessels under control of the magnetic resonance angio-

graphy. This approach is a prospective replacement of the

traditional X-ray computed angiography with radioactive

intravenous contrast agents. The use of iron oxide nano-

particles as the agents for the radio frequency arterial

embolization hyperthermia is described in the papers [5,

6]. Modified commercial embolic materials based on

chitosan [7] and gelatin [8] with iron oxide nanoparticles

enhancing MRI contrast are tested. 

However, the magnetite nanoparticles are unstable in air

and easily agglomerated after synthesis. The surface

coatings and functionalization or formation of composite

samples with nanoparticles on surface and in pores of

some chemically stable material like silica could effec-

tively solve these problems [9-13]. 

When the distance between magnetic nanoparticles

(NPs) in colloidal solution is large enough, one can

neglect by NP interactions. The magnetic behavior of an

assembly of non-interacting fine particles (~10 nm in our

case) in single domain state with uniaxial anisotropy is

understood on the basis of Neel’s arguments [14] that led

to the concept of superparamagnetism (SPM) and block-

ing temperature Tb [15]. In this simple case a magnetic

moment of NP is aligned along this axis and without an

external magnetic field both directions of magnetization

along the anisotropy axis are equivalent, while at pre-

sence of field one of them is preferred. After the field

switching off, magnetization of an ensemble of non-

interacting NPs should mount the energy barrier Eb = KV

to rotate back to the state defined by anisotropy, which

takes a time. Here K is a constant of effective anisotropy,

which includes magnetocrystalline, shape and surface

anisotropies, and V is a volume of particle. The relaxation

time of this process τ is given by 1/τ = Γ = f0 exp(−Eb/kT)
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[16, 17], where the Larmor frequency f0 is of the order of

109 s−1. Because the particle volume V and temperature T

are both in the exponent, the value of τ is strongly

dependent on them. The probability that the magneti-

zation remains in its original position during time t after

switching off the external field can be written as P(t) =

exp(−t/τ), that gives for retentivity Mret(t)/M0 = exp(−t/τ).

Thus, if the registration time t is less than τ, the Mret will

be detected. For standard measurements of Mret the time

t* = 100 s is normally used that gives the limit of SPM

behavior KV = 25kT. From this relation for the ensemble

of identical particles the blocking temperature Tb is intro-

duced, above which the behavior of the system will be

superparamagnetic without the field hysteresis in M(H). It

is given by expression Tb = KV/25k [16, 17]. 

In experiments an increase of the blocking temperature

with particle density has been reported and attributed to

dipolar interactions between the particles [18-24]. In

contrast to these findings, Mørup and Tronc [25] observed

a decrease of the blocking temperature with particle

density. Furthermore, the remanence of fine particle

assemblies is usually found to decrease due to dipolar

interactions [19, 20, 24], while increasing values with

particle concentration have been reported [26]. Finally,

hysteresis measurements showed a decrease of the

coercivity with particle density and again this behavior

was attributed to dipolar effects [19, 20].

As it was stated in work [27], composite nanoparticles

consisted of iron oxide and silica form stable aqueous

solution when it is not influenced by external magnetic

field. Synthesis of the colloids was provided by R.

Massart reaction [28] in highly dispersed silica solution

obtained by sol-gel process. Spin-spin nuclear magnetic

moments relaxation times were estimated by nuclear

magnetic resonance relaxometry. It was found that con-

stant external magnetic field leads to intensification of

aggregation and sedimentation processes and thus elon-

gates spin-spin relaxation times. 

In this work authors continued earlier study of sol-gel

method derived colloids based on iron oxide coated silica.

As it was stated on work [29] obtained magnetic particles

form chain aggregates under the influence of constant

magnetic field. Absence of outer coating provokes inten-

sive oxidation of magnetite and its transition to maghe-

mite and hematite [30]. It is planned to modify described

synthesis technique to achieve more chemical and aggre-

gative stability of the colloid.

There were two principal tasks in present work. The

first one was to confirm an origination of magnetic nano-

particles (MNs) on surface and in pores of SiO2 and

clarify whether they are in a single domain state. Since

they should reveal strong nonlinearity, to investigate their

magnetism we employed very sensitive method of non-

linear longitudinal response (NLR) to a weak ac magnetic

field in parallel to it steady field [31]. In this case, a

generation of the second harmonic of magnetization was

recorded as a function of steady field at different temper-

atures. The second task was to estimate whether NP’s

interactions had an effect on their magnetic response at

studied concentration of NPs. The method provides infor-

mation both on static and dynamic magnetic properties,

which is rather complete magnetic characterization of the

material.

2. Experimental Methods

Synthesis of colloidal particles was obtained by two-

stage technique described in papers [27] and [32]. Tetra-

ethoxysilane (TEOS) isopropanol-based sols were gelated

by adding ammonia aqueous solution. After drying and

thermal treatment at 300ºC the resulting powder was

dispersed using the 100 W ultrasonic generator in an

aqueous iron-II sulphate and ferric chloride-III taken in

the molar ratio 1:2 respectively. Then ammonia aqueous

solution was added and large particles fraction was

separated after settling the solution for 24 hours.

The microstructure of silica powders were studied by

thermal desorption of nitrogen using device SORBI (JSC

“META”). Calculation of the specific surface area was

based on the BET theory of multilayer adsorption.

Neglecting porosity the average particle size can be

estimated on the basis of measurements of the specific

surface area [33]:

, (1)

where ρ = 2,65 g/cm3 – silica true density.

To study shape and size of particles by atomic force

microscopy in tapping scanning mode scanning probe

microscope NTEGRA-THERMA (JSC “NT-MDT”) was

applied. Determination of crystalline phases was carried

out using a desktop X-ray diffractometer “Farad” (“Ex-

pertcentre”), equipped with chrome cathode, λCr-Kα2 =

0.2291 nm. The size of the crystallites was estimated by

the equation of Debye-Scherrer as in [34]:

,  (2)

where λ = 0.2291 nm, а , B –

the total width of the line, b - width of reference lines in

the corundum etalon diffraction pattern at the same angle

range.

D = 
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Investigation of magnetic state of composites under

study was performed by measurements of nonlinear

response to a weak ac field. The second harmonic of

magnetization, M2, of the longitudinal nonlinear response

(NLR) was measured in the parallel steady and alternating

magnetic fields H(t) = H + hsinωt (h = 13.8 or 19.5 Oe, f

= ω/2π ≈ 15.7 MHz) under condition M2 ∝ h2. The last

allows one to analyze the results in the framework of

perturbation theory. ReM2 and ImM2 phase components of

M2 response were simultaneously recorded as the func-

tions of H at the various sample temperatures in the range

from 190 K up to 295 K provided by cryostat with

nitrogen flow. The steady field H was slowly scanned

symmetrically relative to the point H = 0 with frequency

Fsc for control of a field hysteresis in the signal, which

appearance due to symmetry properties of M2 indicates

the presence of a spontaneous ferromagnetic moment in a

sample. The method is very sensitive to an appearance of

a ferromagnetic (FM) component in magnetization owing

to its large nonlinearity in weak magnetic fields. The

amplitude of H-scan was 300 Oe and Fsc could be

changed over the range 0.01-10 Hz. An installation and a

method of separation of the M2-phase components have

been described previously [31]. The sensitivity of the

measurements above was ~10−9 emu.

3. Experimental Results

As it was stated in work [35] with the decrease of iron

oxide fraction in the composite (composites with the

content of 90, 70, 50, and 30 mol.% FeCl3·6H2O in the

initial solution were considered) the intensity of reflexes

in X-ray diffraction pattern decreases with respect to the

background with approximate invariance of their width,

which could be explained by the increase of the fraction

of the X-ray amorphous silica phase. Thus, to estimate the

grain size the specimen of 80 mol. % FeCl3·6H2O in the

initial solution was used in work [35]. So in this paper the

specimen derived from the initial sol of 30 vol.% TEOS

(further Fe3O4-30%TEOS) was taken. The X-ray diffrac-

tion pattern of powder Fe3O4-30%TEOS shown in Fig. 1

could be indexed with the Fe3O4 single phase. Finding the

width of the peak at 2θ = 53.6º B(53.6º) = 0.015 rad from

this diffractogram, and using the known width value of

reference line in the corundum etalon b(53º) = 0.0027 rad,

in accordance with the formula (2) we obtain the average

grain size of magnetite NPs d ≈ 8 nm. The found width of

considered reflection is just between the width of corre-

sponding peaks in diffraction patterns obtained from

samples, consisting of Fe3O4 NPs with average particle

size 5 and 10 nm [36]. This confirms the correctness of

our finding. Thus, one can wait superparamagnetic behavior

with zero coercive force Hc of our samples in case non-

interacting magnetite grains with close to spherical form

[16, 17].

Fig. 2 shows the experimental specific surface area on

TEOS content in the initial sol dependence. As noted in

[32], the highest efficiency of spin-spin relaxation of the

protons magnetization can be achieved by using colloidal

nanoparticles derived from sol with 60 vol.% TEOS

which correlates with the maximum of the specific

surface area about 60…70 vol.% TEOS content. So

specimens based on initial sol with 60…70 vol.% TEOS

were used for further investigations.

To estimate the size of silica particles the results of

specific surface area measurement shown in Fig. 2 and

the formula (1) can be used. Then the powder SiO2 based

on the initial sol containing 30 vol.% TEOS has an

average diameter <D> ≈ 80 nm, while the sample on the

basis of 70 vol.% TEOS sol consists of particles with

<D> ≈ 20 nm. This estimation is not consistent with the

result obtained by analysis of AFM-image of layer

deposited from a suspension of silica particles. As seen in

Fig. 3b, the average size found from treatment of AFM-

image of the latter sample is <D> ≈ 100 nm. The dis-

Fig. 1. XRD pattern of the dried precipitate the Fe3O4-

30%TEOS sample.

Fig. 2. Dependence of specific surface area on the volume

content of the TEOS in the initial sol.
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crepancy can be explained by the presence of indistin-

guishable by AFM micropores on the surface of silica

particles, which increases specific surface area, in ac-

cordance with the results of [34]. If the pore sizes are

5…10 nm it is possible to assume its role as a limiting

factor for the growth of magnetite crystallites.

Above the Verwey temperature, TV ~120 K, magnetite

has a cubic spinel structure (space group Fd3m), with

lattice parameter a0 ~ 8.397 Е and the O atoms arranged

in a face-centered-cubic (fcc) lattice. The lattice can ac-

commodate Fe3+ on the tetrahedral site (A) and Fe3+ and

Fe2+ on the octahedral site (B) in antiparallel arrangement,

yielding ferrimagnetic order below TC ~ 850 K. Bulk

magnetite has cubic magnetic anisotropy, with the <1 1

1> and <1 0 0> directions being the easy and hard axes of

magnetization, respectively. At room temperature, the first-

order magnetocrystalline anisotropy constant has a negative

value (K1 = −1.35 × 105 erg/cm3) [37]. Application of a

simple model with uniaxial effective anisotropy K for

analysis of ensemble of Fe3O4 NPs with a close to

spherical form behavior leads to effective value K ≈ K1/12

~ 1.1 × 104 erg/cm [36]. The spherical form of NPs

provides to a reduction of surface anisotropy contribution

to effective anisotropy [38].

Let us go to magnetic data obtained by measurements

of second harmonic generation under a weak linear polarized

ac magnetic field (fundamental frequency f = 15.7 MHz)

in the presence of parallel to it slowly scanned steady

field H. Magnetization M of an ensemble of magnetic

NPs is characterized by large nonlinearity in a weak mag-

netic field due to large magnetic moment of an individual

particle ~103–104 μB [16]. This leads to a presence of

characteristic signals with extremes in a weak field H in

both phase components ReM2(H), ImM2(H) of second

harmonic of magnetization M2 recorded versus H [39].

We suppose the model of uniaxial magnetic anisotropy is

applicable to NPs under consideration. Under condition

M2 ∝ h2 perturbation theory gives that main contribution

to ReM2(H) ∝ ∂2M(H)/∂H2 is due to a nonlinearity of

magnetization curve M(H), whereas the main reason for

ImM2(H) origination is owing to an effect of external

field on process of magnetic relaxation because the

presence of H(t) modifies the energy barrier between

two orientation of NP’s magnetic moment along aniso-

tropy axis. This contribution is proportional to (∂Γ(H)/

∂H)·(∂M(H)/∂H) [39]. In our case of the periodic H-scan

and synchronous detection of a response, H-hysteresis

will be observed in M2(H) response of single domain NP

ensemble, if a period of H-scan 1/Fsc ≤ τ = 1/Γ. Therefore,

in blocking regime below Tb the field hysteresis should

depend on Fsc [39]. We characterize further the field

hysteresis in the second harmonic of magnetization by a

value of “coercive force” HC2 in ReM2(H) ∝ ∂2M(H)/∂H2

determined from the condition ReM2(HC2 = 0) and as-

sociated with coercive force HC in magnetization M(H).

To clarify whether magnetite NPs in single domain state

originate really in our composite sample we studied the

M2(H)-response dependences on T and Fsc. Fig. 4 presents

the phase components ReM2(H) and ImM2(H) recorded

versus H for colloidal solution of the sample, derived on

the basis of sol with 60 volume percents of TEOS, at Fsc

= 8 Hz, amplitude of ac field h = 19.5 Oe and T = 286 K.

The signals reveal extremes in a weak H in the both phase

components, and exhibit field hysteresis. Note, the sign of

signal in ImM2 (positive in region H > 0) is opposite to

that in ReM2 (negative in region H > 0) in accordance

with our expectations. These peculiarities of M2(H) re-

sponse confirm the origination of magnetic NPs in our

composite. As can be seen from the Fig. 4 the field

Fig. 3. AFM image (a) and particle size distribution in the

layer deposited from the Fe3O4-70%TEOS sample (b).
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hysteresis is rather weak at Fsc = 8 Hz and practically

disappears at Fsc = 1.32 Hz, when a time measurement is

t* ≈ 1 s. We shall further characterized the latter by a

value of HC2 that is determined from the condition

ReM2(HC2) = 0, which is like to coercive force in M(H)

but can differs by the value, whereas hysteretic behavior

of ImM2(H) can be more complex.

Fig. 5 displays the dependence of HC2 on frequency of

H-scan found for the colloidal solution of Fe3O4-60%TEOS

sample at T = 294 K and h = 13.8 Oe. As it is seen from

the Figure, the hysteretic behavior at T ~ 294 K dis-

appears with decreasing Fsc in agreement with Fig. 4.

This behavior suggests single domain state of NPs.

Let us go to effect of temperature on hysteretic pro-

perties of ReM2 response of colloidal solution of Fe3O4-

60%TEOS sample. Fig. 6 shows HC2 dependence on

temperature for values of Fsc = 8 and 1.3 Hz. Field hysteresis

is practically disappeared below 240 K at Fsc ≤ 1.3 Hz.

Assuming Tb ≈ 240 K we can estimate the constant of

effective anisotropy. For the time of measurement t* ≈ 1 s

(Fsc = 1.3 Hz) we have Tb ≈ KV/21k, from which KV ≈

21kTb ≈ 7 × 10−13 erg for the average anisotropy energy of

NP. Taking an average size of NP d ~ 10 nm we find the

effective anisotropy constant K ~ 1.4 × 106 erg/cm3 that is

much greater than even crystalline anisotropy of bulk

Fe3O4. According to Goya et al. [36], only a weak field

hysteresis was observed at T = 296 K in M(H) depen-

dence for Fe3O4 NPs of spherical form with average

size d ≈ 10 nm. Found by us a weak hysteretic behavior

of M2(H) response at T = 294 K (see Fig. 5) in Fe3O4-

60%TEOS sample with close estimation of average size

of Fe3O4 grains d ≈ 8 nm (see above), suggest the close to

spherical form of the latter. This implies that found in our

sample large effective anisotropy constant K ~ 1.4 × 106

erg/cm3 > K1 of bulk Fe3O4 is due to NP dipolar inter-

actions, which affect their magnetic characteristics.

4. Theoretical Model and Discussion

In an ensemble of non-interacting magnetic particles the

regime of its magnetization behavior at some temperature

Fig. 4. Phase components ReM2 and ImM2 of second harmonic of magnetization vs H at different Fsc for the sample Fe3O4-

60%TEOS at T = 286 K, h = 19.5 Oe. Panels (a), (b) present the response registered at Fsc = 8 Hz, while panels (c), (d) do this for

Fsc = 1.32 Hz.

Fig. 5. Dependence of “coercive force” HC2 of ReM2(H),

found from the condition ReM2(HC2) = 0, on frequency of

steady field scan Fsc obtained for the sample Fe3O4-60%TEOS

at T = 294 K and h = 13.8 Oe.
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T depends on its value relative to blocking temperature

Tb, as discussed above. The latter is determined by a size

of a particle and magnetic anisotropy and necessary for

providing of blocking regime volume of particle can be

written as [14-16]: 

,  (3)

where  и  – saturation magnetization and

critical field (in our case it is the field of anisotropy

HA(Tb)) of single-domain particle respectively at the

blocking temperature Tb; t – measurement time, f0 –

frequency factor. The estimation of the average blocking

volume for Fe3O4 NPs in our sample from this expre-

ssion, using found above Tb = 240 K and estimation for

constant of effective uniaxial anisotropy K ≈ 1.6 × 106

erg/cm3 (we take HA = 2K/MS [16], f0 = 109 Hz and t = 1

s, see above), gives vb ≈ 4.3 × 10−19 cm3. Suggesting the

spherical form of the NPs (see argumentation above) we

found the estimation of average diameter of the NPs, db ≈

20 nm, which is larger of the value found from the X-ray

data (8 nm). This suggests that approximation of non-

interacting NPs is incorrect for our samples. Indeed, in

our case of magnetite grains placed on surface and in

pores of the porous silica particles, these grains may be

combined in clusters (probably inside and around the

pores, which may be considered as preferable sites for

NP’s formation and binding with SiO2 surface) with a

sufficiently high concentration, in which the energy of

their dipole-dipole interactions can be comparable with

thermal fluctuations. These interactions will provide the

preferable parallel orientation of particle magnetic moments

and some its stabilization with respect to thermal

fluctuations. Thus, the magnetization of the ensemble of

colloidal single domain magnetic particles can reveal time

dependent remanent magnetization and field hysteresis

with HC ≠ 0 above the blocking temperature of individual

particle. 

Let us consider a system of weakly interacting single-

domain magnetic particles, exhibiting uniaxial anisotropy,

with the same critical fields, under external field H. The

energy of the magnetic moment of the particle is known

[40]:

, (4)

where θ is the angle between the easy axis and the particle

magnetic moment m = vMs. The magnetic moments of

particles are oriented along magnetic anisotropy and mag-

netic field H + Hi, the random interaction field Hi being

collinear to H. If m is parallel to H (θ = 0 – first state),

the energy of particle is

(5)

At the second state (θ = π)

(6)

The thermal fluctuations induce transitions of particle

magnetic moment between these two states and the

probabilities of transition are: 

,

, (7)

while “life times” of magnetic moment at each state equal

 и . Obviously, , and ratio

 grows exponentially with

increase of the grain volume. Therefore, if the particle

magnetic moments are considered as blocked at τ1 >

measurement time t, we obtain the dependence of the

necessary particle volume for transition to blocking regime

(blocking volume) on the interaction field Hi [40]: 

(8)

Here H is the external magnetic field and the magneto-

static interaction random field Hi is collinear to H for the

cluster. Thus, the magnetostatic interaction can signifi-

cantly reduce the blocking volume, especially at low

coercive particles. Hence, the magnetization of the cluster

will be determined by the grains, for which v > vb(Hi).

The coercive force HC is determined in accordance with

the formula

.   (9)

The coercive force HC becomes equal to H0 only at T =

0 K, and with increasing of temperature HC drops to zero

at the transition from blocking regime to the superpara-

magnetic one. When the independent parameter is the

particle diameter d, the ratio can be written as

,  (10)

vb = 
2kTb

Ms Tb( )H0 Tb( )
---------------------------------- ln tf0( )⋅

Ms Tb( ) H0 Tb( )

E = 
1

2
---– mH0cos

2
θ − m, H+Hi( )

ΔE1 = 

m H0 H+Hi+( )2

2H0

------------------------------------------ ,  H+Hi H0,≤

2m H+Hi ,  H+Hi H0.>⎩
⎪
⎨
⎪
⎧

ΔE2 = 

m H0 H+Hi–( )2

2H0

----------------------------------------- ,  H+Hi H0,≤

0 ,  H+Hi H0.>⎩
⎪
⎨
⎪
⎧

P1 0,π( ) = f0 exp ΔE1/ kT( )–[ ]

P2 π,0( ) = f0 exp ΔE2/ kT( )–[ ]

τ1 = P1

1–
τ2 = P2

1–
τ1 τ2>

τ1/τ2 = exp 2m H+Hi / kT( )[ ]

vb Hi( ) = 

vb/ 1
H+Hi

H0

----------------+⎝ ⎠
⎛ ⎞

2

,  H+Hi H0,≤

vb/ 1
4 H+Hi

H0

--------------------+⎝ ⎠
⎛ ⎞ ,  H+Hi H0.>

⎩
⎪
⎪
⎨
⎪
⎪
⎧

HC = H0 − 2kTH0 ln tf0( )/vbMS[ ]1/2

HC = H0 1 db/d( )–[ ]3/2
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where db ~ [vb(Hi)]
1/3 is blocking diameter depending on

random magnetostatic interaction field Hi.

Take a random field of magnetostatic interaction equal

to the mean square field σ = [M(Hi − <Hi>)2]1/2 ~ 1.3η1/2Ms,

where η ~ 0.2 is volume concentration of magnetite

particles in the cluster [40]. Then, calculation according

to the formulas (8) and (10) for the spherical magnetite

particles at room temperature gives the blocking diameter

db ~ 10 nm. This explains the presence of field hysteresis

M2(H) response at T = 294 K (Fig. 5) and agrees well

with the result for average size of Fe3O4 nanoparticles

(~ 8 nm) obtained above from the experimental data using

the formula (2). As the temperature decreases from 286 K

to 192 K magnetite magnetic parameters change slightly.

According to expression (9) the coercivity should increase

with decreasing temperature that corresponds to experi-

mental data as well (see Fig. 6).

5. Conclusion

Structural and magnetostatic properties of composite

colloidal particles Fe3O4-SiO2 were studied by different

experimental techniques and analyzed theoretically. Specific

features of synthesized specimens, including two-level

grain size hierarchy of about 100 and 10 nm, constrain

authors to apply indirect methods of investigation. Size

distribution of silica core was estimated by AFM and

nitrogen thermal desorption techniques. Average size of

iron oxide particles (d ≈ 8 nm), covering the silica core,

was calculated from XRD pattern using Debye equation.

The data on second harmonic generation under parallel

dc and ac magnetic fields indicate single domain state of

magnetite grains in our sample and allow us to find the

blocking temperature Tb ≈ 240 K. From the latter the

estimation of constant of effective uniaxial anisotropy is

obtained, followed by estimation of the blocking diameter

of the Fe3O4 NPs, d ~ 20 nm. The discrepancy between

measured average size of NPs and the estimation was

overcame by taken into account non-random their distri-

bution on a surface of the silica cores due to a presence of

pores assumed from comparison of the specific surface

area for SiO2 particles and AFM data. It was suggested

the pores create preferable sites for formation and binding

the NPs that is accompanied by formation of grain

clusters. The model taking into account the magnetostatic

interactions of the Fe3O4 grains were used and described

the reduction of their blocking diameter. 
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