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ABSTRACT

The inhibition ability of N,N-bis(2,4-dihydroxyhydroxybenzaldehyde)-1,3-Propandiimine (DHBP) as a schiff base against

the corrosion of API-5L-X65 steel in 1 M HCl solution was evaluated by electrochemical impedance spectroscopy, poten-

tiodynamic polarization and scanning electron microscopy. Electrochemical impedance studies indicated that DHBP inhib-

ited corrosion by blocking the active corrosion sites. The inhibition efficiency increased with increasing inhibitor

concentrations. EIS data was analysed to equivalent circuit model and showed that the charge transfer resistance of steel

increased with increasing inhibitor concentration whilst the double layer capacitance decreased. The adsorption of this com-

pound obeyed the Langmuir adsorption isotherm. Gibbs free energy of adsorption was calculated and indicated that adsorp-

tion occurred through physical and spontaneous process. The corrosion inhibition mechanism was studied by potential of

zero charge. Polarization studies indicated that DHBP retards both the cathodic and anodic reactions through adsorption

on steel surface. Scanning electron microscopy was used to study the steel surface with and without inhibitor.

Keywords : Corrosion, Inhibitor, Steel X65, Schiff base, Impedance

Received : 23 March 2016, Accepted : 4 May 2016

1. Introduction

Even with advanced corrosion resistant materials

available, steel has been widely employed as con-

struction materials for pipe work in the oil and gas

production such as down hole tubular, flow lines and

transmission pipelines [1]. API 5L X65 steel is the

most widely accepted material for these types of pipes

[2,3]. Steel pipelines play an important role in trans-

porting gases and liquids throughout the world. Acid

solutions are widely used in industries for lots of pur-

poses, such as acid pickling, industrial acid cleaning,

acid descaling and oil well acidizing [4]. Due to the

general aggressive nature of acid solutions, this leads

to corrosive attack. Massive costs are invested to man-

age corrosion in the oil and gas industry. The strategies

consist of either using corrosion resistant alloys or the

use of steel with corrosion inhibitor [5].

Inhibition effect of organic compound inhibitors is

due to the interaction between the inhibitor molecules

and the metal surface via adsorption. The inhibitor

adsorption depends on parameters such as the surface

charge and nature of the metal, the inhibitor structure,

aggressive media type and the extent of aggressive-

ness and also on the nature of its interaction with the

metal surface [6]. Generally the organic compounds

containing hetero atoms like O, N, S and P are found

to work as very effective corrosion inhibitors [7]. The

choice of the inhibitor is based on two consider-

ations, firstly economic consideration and secondly,

high inhibition efficiency. Both features obviously

can be combined within the same molecule such as

Schiff bases [8-10]. In the past few years, the corro-

sion inhibition of various metals such as aluminum,

and steel in acid solutions by Schiff bases with envi-
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ronmental considerations has attracted more attention

[11]. Schiff bases can conveniently be synthesized

from relatively cheap starting materials, an amine

and a ketone or aldehyde. It’s also reported that,

Schiff bases show more inhibition efficiency than the

corresponding amine [12].

This work is devoted to study the inhibition charac-

teristics of N,N’-bis(2,4-dihydroxyhydroxybenzalde-

hyde)-1,3-Propandiimine as an inhibitor for steel in

HCl solution, using electrochemical impedance spec-

troscopy (EIS), potentiodynamic polarization and

scanning electron microscopy. Potential of zero

charge (PZC) was also determined to establish the

corrosion inhibition mechanism.

2. Materials and Methods

2.1. Materials

API-5L-X65 samples were cut from parent pipe

with chemical composition reported as C:0.12,

Mn:1.3, Si: 0.22, Cr: 0.25, Mo: 0.18, Cu: 0.12, Ni:

0.1, P: 0.01, S: 0.003, Al: 0.02, Nb: 0.05, Sn: 0.01, V:

0.05, Ti: 0.005, and Fe: Rest. The specimens of

dimension 1 cm × 1 cm (exposed) × 4.3 mm (isolated

with polyester resin) were used for electrochemical

methods. They were polished mechanically using dif-

ferent grade emery papers up to 2000, washed thor-

oughly with doubly distilled water, and degreased with

acetone before being immersed in the acidic solution.

The DHBP Schiff base inhibitor (Fig. 1) was pro-

vided in high yield (97 %) by the condensation of

2,4-Dihydroxybenzaldehyde (2 mmol) with 1,3-

diaminopropane (1 mmol) in a stirred ethanolic solu-

tion and heated to reflux for 4 h according to the

described procedure [13]. The resulting precipitate

was filtered off, washed with warm ethanol and

diethyl ether. Identification of structure of synthe-

sized Schiff base was performed by 1HNMR spec-

troscopy and elemental analysis. The concentration

range of inhibitor employed was varied from 1 × 10-4

to 2 × 10-3 M.

2.4. Apparatus and methods

The apparatus for electrochemical investigations

consists of computer controlled Auto Lab potentiostat/

galvanostat (PGSTAT302N) electrochemical measure-

ment system. Potentiodynamic polarization was per-

formed at a scan rate of 1 mV s-1. The electrochemical

experiments were carried out using a conventional

three electrode cell assembly at 20 ± 2 oC. A rectangu-

lar platinum foil was used as counter electrode and sat-

urated calomel electrode as the reference electrode.

Open circuit potentials (OCP) were obtained by poten-

tiostat/galvanostat. The EIS experiments were con-

ducted in the frequency range of 100 kHz to 0.01 Hz at

open circuit potential with AC potential amplitude

10 mV. Time interval of 20-25 min was given for

steady state attainment of open circuit potential. The

electrochemical impedance spectra were also recorded

at different anodic and cathodic biased potentials other

than open circuit potential and the double layer capaci-

tance values were plotted against the applied DC

potentials to determine PZC. The PZC has lowest

capacitance value in variation of double layer capaci-

tance versus applied anodic and cathodic potentials.

Fitting of experimental impedance spectroscopy data

to the proposed equivalent circuit was done by means

of home written least square software based on Mar-

quardt method for the optimization of functions and

Macdonald weighting for the real and imaginary parts

of the impedance [14,15].

For surface analysis, the specimens were immersed in

1 M HCl prepared with and without addition of 1×10-3

M inhibitor at 20±2 oC for 6 h, cleaned with distilled

water. The surface morphology of steel was evaluated

by scanning electron microscopy (VEGA\TESCAN).

3. Results and Discussion

3.1. Impedance spectroscopy

Fig. 2 shows the Nyquist diagrams of API-5L-X65 in

1 M HCl solutions containing different concentrations

of DHBP. All the impedance spectra exhibit single

Fig. 1. Chemical structure of DHBP.
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depressed semicircle due to the charge transfer resis-

tance and double laye capacitance. The diameter of

semicircle increases with the increase of DHBP con-

centrations. The addition of DHBP causes a remarkable

decrease in the corrosion rate. These results are indica-

tive of the adsorption of inhibitor molecules on the

active sites of steel surface [16]. The inhibition of steel

corrosion increases with increasing inhibitor concentra-

tions. Moreover, the inhibition efficiencies show no

considerable increase with concentrations of inhibitor

higher than 2×10-3 M and almost are constant. The

semicircular appearance shows that the corrosion of

steel is controlled by the charge transfer and the pres-

ence of DHBP does not change the mechanism of steel

dissolution [17,18]. In addition, these Nyquist diagrams

are not perfect semicircles. The deviation of semicircles

from perfect circular shape is often referred to the fre-

quency dispersion of interfacial impedance [18-20].

This behaviour is usually attributed to the inhomogene-

ity of the metal surface arising from surface roughness

or interfacial phenomena [20,21], which is typical for

solid metal electrodes [22]. The equivalent circuit com-

patible with the Nyquist diagram recorded in the pres-

ence of inhibitor is depicted in Fig. 3. The simplest

approach requires the theoretical transfer function Z(ω)

to be represented by a parallel combination of a resis-

tance Rct and a capacitance C, both in series with

another resistance Rs [23]: 

(1)

where is the frequency in rad/s,  and f is fre-

quency in Hz. To obtain a satisfactory impedance

simulation of steel, it is necessary to replace the

capacitor (C) with a constant phase element (CPE) Q

in the equivalent circuit. The most widely accepted

explanation for the presence of CPE behavior and

depressed semicircles on solid electrodes is micro-

scopic roughness, causing an inhomogeneous distri-

bution in the solution resistance as well as in the

double layer capacitance [24]. Constant phase ele-

ment Qdl, Rs and Rct can be corresponded to double

layer capacitance , solution resis-

tance and charge transfer resistance, respectively. To

corroborate the equivalent circuit, the experimental

data are fitted to equivalent circuit and the circuit ele-

Z ω( ) Rs
1

1

Rct

------- iωC+

------------------------+=

ω 2π f=

Qdl R
n 1–

Cdl
n

=

Fig. 2. Nyquist plots for steel in 1 M HCl without and with

various concentration of DHBP at 20 oC: (1) 0, (2) 1×10-4,

(3) 3×10-4, (4) 5×10-4, (5) 1×10-3, (6) 2×10-3 M.

Fig. 3. Equivalent circuits compatible with the experimental

impedance data in Fig. 2 for corrosion of steel electrode at

different inhibitor concentrations.

Table 1. Impedance data for steel in 1 M HCl solution without and with different concentration of DHBP at 20 oC

Concentration / M Rs / cm2 Rct / cm2 Qdl / F cm-2 Cdl / F cm-2 n θ

Blank 1.9 77 0.0019 0.0013 0.85 -

1×10-4 1.8 202 0.0016 0.0013 0.87 0.61

3×10-4 1.9 285 0.0014 0.0012 0.87 0.72

5×10-4 1.9 342 0.0013 0.0011 0.89 0.77

1×10-3 2.1 517 0.0011 0.0010 0.91 0.85

2×10-3 2.1 781 0.0010 0.0009 0.91 0.90
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ments are obtained. Table 1 illustrates the equivalent

circuit parameters for the impedance spectra of corro-

sion of steel in 1 M HCl Solution. The degree of sur-

face coverage and the inhibition efficiency (IE% =

θ ×100) for different concentrations of inhibitor is

calculated using the following equation [25]:

 (2)

The charge transfer resistance increases with

increasing inhibitor concentrations due to the higher

inhibition efficiencies. The data indicate that increas-

ing charge transfer resistance associates with a

decrease in the double layer capacitance. The

decrease in Qdl values cause by adsorption of inhibi-

tor indicates that the exposed surface area decreases.

On the other hand, a decrease in Qdl, which can result

from a decrease in local dielectric constant and/or an

increase in the thickness of the electrical double

layer, suggests that the inhibitor acts by adsorption at

the metal-solution interface and the formation of a

protective layer on the electrode surface [18]. The

thickness of this protective layer increases with the

increase in inhibitor concentration, since more inhibi-

tor will electrostatically adsorb on the electrode sur-

face. This trend is in accordance with Helmholtz

model, given by the following equation [10,18]:

 (3)

where e is the thickness of the protective layer, ε is

the dielectric constant of the medium, ε0 is the vac-

uum permittivity and S is the effective surface area of

the electrode.

As the Qdl exponent (n) is a measure of the surface

heterogeneity, values of n indicates that the steel sur-

face becomes more and more homogeneous as the

concentration of inhibitor increases as a result of its

adsorption on the steel surface and corrosion inhibi-

tion. The increase in values of Rct and the decrease in

values of Qdl with increasing the concentration also

indicate that inhibitor acts as primary interface inhib-

itor and the charge transfer controls the corrosion of

steel under the open circuit conditions.

3.2. Potential of zero charge

The adsorption of organic compounds on the metal

surface generally depends on the surface charge of

the metal and the charge or dipole moment of the

inhibitor molecule and other ions that are specifi-

cally adsorbed on to the metal surface [26]. The sur-

face charge of the metal is determined from the open

circuit potential with respect to the PZC [27]. The

dependency of the double layer capacitance on the

applied dc potential is shown in the Fig. 4. The values

of Eocp and PZC for steel in the inhibited and uninhib-

ited solutions are given in the Table 2. The surface

charge of steel is found at the open circuit potential

using the equation Er = Eocp − Epzc, where Er is

antropov’s rational corrosion potential [28]. The sur-

face charge of steel at the OCP is found to be positive

in the inhibited and uninhibited HCl solutions.

In the presence of the inhibitor, the metal surface is

positively charged with respect to PZC [27-29],

hence chloride ions will first get adsorbed in the

metal surface after that the protonated inhibitor mole-

cules will be adsorbed and the metal ion dissolution

will be effectively protected [30]. In the uninhibited

HCl solution, the mechanism of anodic dissolution

involves the reversible adsorption of the anion Cl- on

steel surface, release of electrons from the anions

adsorbed onto the metal surface and desorption of

adsorbed species with Fe+2 ions after picking up elec-

IE%
Rct

1–
Rct inh( )

1–
–

Rct
1–

-------------------------------- 100×=

Cdl

ε
0
εS

e
-----------=

Fig. 4. The plot of differential capacitance vs. applied

electrode potential in 1 M HCl solution (1) and 1 M HCl

solution containing 1×10-3 M of the inhibitor (2).

Table 2. Excess charge on steel electrode in 1 M HCl

solutions in the presence and absence of inhibitor.

Concentration

/M

Eocp

/ mV

Epzc 

/ mV

Er 

/ mV

Excess 

Charge

Blank -501 -525 24 +

1×10-3 -507 -535 28 +
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trons from the steel surface [27,29]. The inhibitor

molecules existing in the protonated form through the

heteroatoms N or O in HCl solution are in equilib-

rium with the corresponding molecular (unproto-

nated) form. Thus, it is very difficult for the

positively charged inhibitor to approach the posi-

tively charged metal surface because of electrostatic

repulsion. The protonated molecules can get

adsorbed on the steel surface via Cl- ions that form

interconnecting bridges between the positively

charged metal surface and the protonated organic

inhibitors [31,32].

Fe + Cl−↔ (FeCl−)ads+Inh(FeCl−Inh+)ads

In addition to this type of physical adsorption, the

adsorption of inhibitor molecules may also take place

through donor acceptor interactions between π elec-

trons of N = C, benzene ring and the lone pair of elec-

trons on N, O and S atoms present in the unprotonated

form of inhibitor molecules and the vacant ‘d’ orbit-

als of surface iron atoms [23].

3.3. Adsorption isotherm

Adsorption isotherms provide information about

the interaction of the adsorbed molecules with the

metal surface [16]. The efficiency of schiff base mol-

ecules as a successful corrosion inhibitor mainly

depends on their adsorption ability on the metal sur-

face. The adsorption process consists of the replace-

ment of water molecules at a corroding interface

according to following process [33]:

Org(sol) + nH2O(ads)→ Org(ads) + nH2O(sol) (4)

where Org(sol) and Org(ads) are the organic molecules

in the solution and adsorbed on the metal surface,

respectively, and n is the number of water molecules

replaced by the organic molecules. It is essential to

know the mode of adsorption and the adsorption iso-

therm. Different adsorption isotherms (Langmuir,

Temkin, Freundlich, Frumkin, Modified Langmuir,

Henry, Viral, Damaskin, Volmer and Flory-Huggins)

[34,35] were tested for their fit to the experimental

data. The linear regression coefficient values (R2)

determine from the plotted curves. According to

these results, it can be concluded that the best

description of the adsorption behavior of DHBP can

be explained by Langmuir adsorption isotherm which

is given by:

(5)

where θ is the surface coverage degree, C is the con-

centration of inhibitor and Kads is the adsorptive equi-

librium constant. The linear relationships of C θ -1

versus C, depicted in Fig. 5 suggest that the adsorp-

tion of DHBP on the steel surface obey the Langmuir

adsorption isotherm. Langmuir’s isotherm assumes

that the adsorption of organic molecule on the adsor-

bent is monolayer and the adsorbed molecules

occupy only one site and there are no interactions

with other adsorbed species. The standard free energy

of adsorption of inhibitor (∆Gads) on steel surface can

be evaluated with the following equation:

(6)

The value 55.5 in the above equation is the concen-

tration of water in solution in mol.l-1 [10]. The negative

values of ∆Gads suggest that the adsorption of DHBP on

the steel surface is spontaneous. Generally, the values of

∆Gads around or less than -30 kJ mol-1 are associated

with the electrostatic interaction between charged mole-

cules and the charged metal surface (physisorption);

while those around or higher than -40 kJ mol-1 mean

charge sharing or transfer from the inhibitor molecules

to the metal surface to form a coordinate type of metal

bond (chemisorption). The values of Kads and ∆Gads are

1.1×10-4 l mol-1 and -33.03 kJ mol-1, respectively. The

∆Gads values are around -30 kJ mol-1, which means that

C

θ
----

1

Kads

---------- C+=

Gads∆ RTln 55.5Kads( )–=

Fig. 5. Langmuir adsorption plot for steel electrode in 1 M

HCl.



158 I. Danaee et al. / J. Electrochem. Sci. Technol., 2016, 7(2), 153-160

the absorption of DHBP on the steel surface belongs to

the physisorption and the adsorptive film has an elec-

trostatic character [11,16].

3.4. Potentiodynamic polarization

Potentiodynamic polarization was obtained for

steel electrode in 1 M HCl solution with and without

inhibitor. Polarization curves in various concentra-

tions of DHBP in 1 M HCl solutions are presented in

Fig. 6, at 20 oC. The polarization exhibits Tafel

behavior. The corresponding electrochemical param-

eters, i.e., corrosion potential (Ecorr versus SCE), cor-

rosion current density (Icorr), cathodic and anodic

Tafel slopes (βa,βc), polarization resistance (Rp) and

the inhibition efficiency were obtained by extrapola-

tion of the Tafel lines and are shown in Table 3. The

addition of DHBP shifts both anodic and cathodic

branches to the lower values of corrosion current

densities and thus causes a remarkable decrease in

the corrosion rate. It can be clearly seen from Fig. 6

that, both anodic metal dissolution of iron and

cathodic hydrogen ions reduction reactions are inhib-

ited after the addition of schiff base to the aggressive

solution. These results are indicative of the adsorp-

tion of inhibitor molecules on steel surface. The inhi-

bition of both anodic and cathodic reactions increases

with the increasing inhibitor concentrations. The

cathodic current-potential curves give rise to parallel

lines indicates that the addition of DHBP to the 1 M

HCl solution does not modify the reduction mecha-

nism. The corrosion potential shows a small change

in the range of -495 to -505 mV vs. SCE. These

results indicated that the presence of DHBP com-

pound inhibits iron oxidation and the hydrogen evo-

lution reaction. Consequently these compounds can

be classified as the mixed corrosion inhibitors, as

electrode potential displacement is lower than 85 mV

in any direction [36]. The polarization resistance (Rp)

from Tafel extrapolation method is calculated using

the Stern-Geary equation [37]:

 (7)

By increasing the inhibitor concentration, the

polarization resistance increases in the presence of

compound, indicating adsorption of the inhibitor on

the metal surface to block the active sites efficiently

and inhibit corrosion which is in agreement with

impedance spectroscopy results.

3.4. Surface studies

In order to evaluate the conditions of the steel sur-

Rp

βa.βc
2.303 βa βc+( )
--------------------------------------

1

Icorr
----------=

Fig. 6. Anodic and cathodic polarization curves of steel in 1

M HCl without and with various concentration of DHBP at

20 oC: (1) 0, (2) 1×10-4, (3) 3×10-4, (4) 5×10-4, (5) 1×10-3,

(6) 2×10-3 M.

Table 3. Potentiodynamic polarization parameters for the corrosion of steel in 1 M HCl solution in absence and presence of

different concentrations of DHBP at 20 oC.

Concentration

/ M

Icorr
/ µA cm-2

-Ecorr

/ V

βa
/ V dec-1

-βc
/ V dec-1

Rp

/ Ω cm-2 IE %

Blank 323 -0.501 0.105 -0.102 69.42 -

1×10-4 177.8279 -0.505 0.117 -0.086 121.03 45

3×10-4 93.32543 -0.504 0.115 -0.093 239.23 71

5×10-4 52.48075 -0.502 0.108 -0.099 427.36 83

1×10-3 30.90295 -0.505 0.139 -0.122 912.93 90

2×10-3 17.78279 -0.495 0.145 -0.119 1595.94 94
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faces in contact with hydrochloric acid solution, surface

analysis was carried out. Surface was observed after 6 h

of immersion in 1 M HCl in the absence and presence

of DHBP. Scanning electron microscopy (SEM)

images of the surface in the absence and presence of

inhibitor are presented in Fig. 7. The SEM images

reveal the presence of corrosion attack and some pits on

the surface in the absence of inhibitor while such dam-

ages diminish in the presence of inhibitor. As can be

seen from these figures, it is obvious that the surface

looks more uniform in the presence of inhibitor.

4. Conclusion

The Schiff base was synthesized and investigated

as corrosion inhibitor for API-5L-X65 steel in 1 M

HCl solution using electrochemical techniques. The

following conclusions were drawn:

1. Schiff base had high inhibition effect for the cor-

rosion of API-5L-X65 steel in 1 M HCl solution

especially in high concentration. The high inhibition

efficiency of Schiff base attributed to the formation

of a film on the steel surface.

2. Impedance measurements indicated that with

increasing inhibitor concentration, the charge transfer

resistance increased, while the double-layer capaci-

tance decreased.

3. The adsorption of Schiff base molecules on steel

surface was described by Langmuir adsorption iso-

therm. The values of ∆Gads and Kads indicated the

spontaneous interaction with surface and high

adsorption ability of studied inhibitor.

4. Determination of PZC values indicated that the

inhibitor molecules get adsorbed on the metal surface

via chloride bridge.

5. The PZC values and the value of ∆Gads calcu-

lated from adsorption isotherm showed that the

adsorption mechanism is physisorption.

6. Polarization measurements demonstrate that

Schiff base behaved as mixed type corrosion inhibi-

tor by inhibiting both anodic metal dissolution and

cathodic reaction.

7. The scanning electron microscopy micrographs

showed that the steel surface was corroded in 1 M HCl

solution and the addition of inhibitor to the aggressive

solutions diminished the corrosion of steel.
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