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ABSTRACT
In this study, assuming that there is a diagonal uniaxial compression field in combination with

triangular homogeneous stress fields in the cracked concrete wall and a tensile stress of a steel

plate occurs in the perpendicular to the direction of the diagonal compression field, an ultimate

shear strength of a slender composite shear wall is estimated.
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