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Curved FRP Panels for Tunnel Lining by Pultrusion Method
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ABSTRACT
This study considered applications of FRP panels as curved structural members. Also, curved
GFRP panel with open cell type for tunnel lining was manufactured by pultrusion method through
improving equipments.
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