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ABSTRACT
In the result of VES-LMC that mixed black pigment using in the bridge deck overlay,
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A Study on the Material Properties of VES-LMC that Mixed
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VES-LMC(Very Early Strength Latex Modified Concrete)
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VES-LMC has been increased viscosity, visibility and good workability in the fresh concrete.
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