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An Experimental Study on the Basic Properties of high strength
Concrete, using Oxidized Electric-furnace-slag Aggregate
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ABSTRACT
In this study, the basic properties of high performance concrete, to used oxidized
electric-furnace-slag(EFS) aggregate, were examined. So we presented the possibility of using tC
EFS as concrete’s aggregate.
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