An Experimental Study on the Properties of Cement Paste
Using EM
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ABSTRACT

This study was performed an evaluation of properties of cement paste according to type and
content of EM. As the results of study, when considering the flow, compressive strength and

application of cement paste, the proper type and content are thought to be type2 and 5~10%,
respectively.
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