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ABSTRACT
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Fig. 1 Thermal runaway of lithium battery
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Fig. 2 BMS Charging System
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2. Battery Management System

2.1 Conventional BMS
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Table 1 Feature comparison by BMS generation
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Fig. 3 BMS Charging System
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Fig. 3 Charge / discharge current curve compar ison
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