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A pressing challenge in the design of chemosensors is the 
discrimination among different types of biomolecules. A 
simple monitoring system that distinguishes among the 
various molecular species of amines, amino acids, or pro
teins would be extremely useful in environmental and 
biological technologies? The Hinsberg test, based on an 
organic reaction that converts amines to sulfonamides, has 
been used over the past century for selective characterization 
of 1°, 2。，and 3° amines.% For recognition of amines, 
macrocyclic polyethers have been reported to bind 1° 
ammonium ions by anchoring the R-NH34 group into their 
circular cavities via three H bonds (N-H—O).4 However, the 
selective recognition of specific alkylamines has not been 
achieved due to the lack of discrimination.

With recent advances in nanomaterials and nanotechno
logies, new methods have emerged for the design of optical 
sensors and biosensors, and for development of highly 
sensitive solid-state sensors?'7 Recently, the porous silicates 
SBA-15 and MCM-41 have attracted significant intere아 fbr 
the development of optical chemical sensors.8'12 Although 
these materials hold great promise in the area of sensor 
technologies, the need for nano-optical sensors that rapidly 
detect environmentally important toxic species at low 
concentrations has not been met. Particularly, receptor- 
immobilized nanotubes have some important advantages as 
solid chemosensors in heterogeneous solid-liquid phases. 
Nanotubes, as opposed to spherical nanostructures, have 
large surface areas and well-defined pores and would be 
useful as selective and efficient adsorbents for specific guest 
molecules found in environmental pollutants. Nanotubes can 
also be easily isolated from pollutants by simple filtration. 
Additionally, the single nanotube is advantageous in the 
development of a nano-scaled sensing device. Based on 
these ideas, we synthesized the azo-coupled calix[4]arene 
receptors 1 and 2, and then grafted receptor 2 onto the 
surface of silica nanotubes (SNT) as a new approach for the 
development of nanomaterial chemosensors. Herein, we 
report the appearance of selective color changes that occur 
upon the addition of primary amines to receptor 1 in solution 
and to solid SNTs that have receptor 2 incorporated into 
their structure (SNT-2).

1. Ri=N()2, R2 = H
2. Ri = H, R2 = CONH(CH2)3Si(OEt)3

The synthesis was initiated with calix[4]arene as a starting 
material, which was reacted with butaethyleneglycol ditosyl
ate in the presence of CS2CO3, followed by the azo-coupling 
reaction to yield I?3 From and 13C NMR spectroscopy, 1 
was confirmed to have a cone conformation. Compound 2 
was synthesized in a manner similar to that for 1 (Scheme 1). 
The triethoxyl silane group was introduced as a precursor to 
the sol-gel reaction onto the SNT surface.

The binding behaviors of 1 toward various amines were 
investigated by UV/Vis spectroscopy. Association constants 说" 

were also determined from the UV-Vis band changes upon 
addition of 1°, 2。, and 3° amines to chloroform solutions of 1 
(Table SI). Compound 1 responded remarkably to the 1° 
amines, exhibiting a distinct change in the absorption band 
with maximum at 401 nm (corresponding to orange color) to 
an absorption band with 샤！猝 at 567 nm (corresponding to 
blue color) with an isosbestic point at 450 nm (Figures 1, 2 
and SI-6). Notably, a single isosbestic point appears in the 
spectra of 1 with amines in CHCI3, supporting the idea that 
the stoichiometry for the complex of 1 with amine is 1:1 
(Figure SI). The log K^of 1 fbr 1° amines is 〜4.07457, 
considerably larger than the values fbr the 2° and 3° amines.

Compound 1, however, did not respond to either 2° or 3°
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Scheme 1. Synthetic route of azo-coupled calix[4]arene 2.
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amines, producing no color changes (Figures IB, 2, and S7). 
The bathochromic shifts of 1 upon the addition of 1° amine 
are believed to arise from the phenolic oxygen atoms of the 
calix[4]arene, which are highly polarized when this ligand 
forms a complex with the 1° amine. This polarization results 
in greater stabilization of the excited states relative to the 
ground states.16 The proton transfer from the phenolic OH to 
the nitrogen atom of the 1° amine may provide a stable H- 
bonding pattern between three hydrogen atoms in the 
ammonium salt and the oxygen atoms of crown-5.

As a fir아 approach toward the preparation of a selective 
chromogenic nanomaterial system, 2 was anchored onto the 
SNT. Then, incorporation of 2 into the SNT was carried out 
in toluene under reflux conditions for 24 h. After cooling to 
room temperature, the solid yellow product was isolated by 
filtration, washed with THF, and then dried. The purified

Figure 2. Color changes of 1 (0.005 mM) upon the addition of 
10,000 equiv of 1 2°, and 3° amines in CHC13: (A) 1 only; (B)l + 
3° amine; (C) 1 + 2° amine; (D) 1 + 1° amine.

product was characterized by transmission electron micro
scopy (TEM), and UV-Vis spectroscopy.

Figure 1. (A) Spectral changes of (a) 1 (0.01 mM) upon the addition of (b) n-propylamine, (c) dipropylamine, and (d) tripropylamine 
(10,000 equiv) in CHCI3. (B) Absorbance of 1 (0.01 mM) at 567 nm upon the addition of various amines (10,000 equiv) in CHCh.
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Scheme 2. Synthetic route of SNT-2: (A) SNT, (B) immobilization of receptor 2 by sol-gel reaction, and (C) discrimination of 1° amine 
using SNT-2. '
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Figure 3. TEM image ofSNT-2.

Figure 4. Color changes of SNT-2 upon the addition of 1°, 2°, and 
3° amines (10,000 equiv): (A) SNT-2 only, (B) SNT-2 + 3° amine, 
(C) SNT-2 + 2° amine, and (D) SNT-2 + 1° amine.

The silica product was a well defined nanotube, ca. 300
nm
The

in diameter and several micrometers in length (Figure 3). 
TEM image of the colored silica displayed a hollow 

아ructure with uniform size dimensions, Ze, inner diameter 
of ca. 228 nm and wall thickness of 36 nm, indicating that 2
had been successfully immobilized onto the surface of SNT 
by post sol-gel reaction.

The coloration response of SNT-2 was examined by addi
tion of amines to the CHCh suspension, followed by the 
isolation of the amine-loaded SNT-2 (Figure 4). Intere아ing・ 
ly, upon the addition of 1° amine in suspension, the color of 
the SNT-2 changed from slight pink to green (Figure 4). As 
observed fbr 1 in solution, only 1° amines were selectively 
bound to the calix[4]arene moiety attached onto the SNT 
surface. These findings confirm that SNT-2 can also be 
useful as a colorimetric sensing material for selective detec
tion of 1° amine in the presence of other amines. To our best 
understanding, this is a rare example of chromogenic 
sensing for a 1° amine by functional inorganic nanotubes. 
However, this color change observed in the solid state differs 
slightly from that observed in the solution 아ate, This obser
vation may be attributed to the acidic properties exhibited by 
the SNT from unreacted -SiOH groups.

To further examine the coloration of SNT-2 with 1° amine, 
we observed the UV/Vis spectrum of the solid SNT-2 in 
complex with 1° amine. Upon the addition of 1° amine, the 
차!ax of the UV/Vis spectrum of SNT-2 shifted from 520 rnn 
to 690 nm (Figure 5), giving clear evidence that the 1° amine 
was bound to the receptor 2 attached onto the surface of the 
SNT.

Additionally, we also characterized 2 by JR spectroscopy 
in the absence and the presence of amines (Figure S8). The

Figure 5. Solid UW/is spectra of SNT-2 in the (a) absence and (b) 
the presence of 1° amine (10,000 equiv).

-0=0 peak (1639 cm-1) in free 2 아lifted to 1634 cm-1 upon 
complexation with 1° amine (Figure S8). The resulting shift 
to a smaller wavenumber is attributed to the binding of 1° 
amine to the crown ether group. On the other hand, no 
significant changes were observed in the presence of either 
2° or 3° amines.

In summary, a combination of indicators 1 and SNT-2 
provides a key to discrimination of 1° amine. This simple 
and straightforward qualitative analysis with diazo-calix[4]- 
crown 1 and SNT-2 parallels the classical Hinsberg te아 and 
can be considered as an innovative tool in discriminating 1° 
amines from 2° and 3° amines. Furthermore, these findings 
may lead to development of new types of tailor-made, selec
tive molecular sensing systems built through fine control of 
the properties of both the molecular receptor and the solid 
support.

Experimental Section

Apparatus for spectroscopy measurement: rH and 13C 
NMR spectra were measured by a Bruker ARX 300 ap
paratus. IR spectra (KBr pellets) were obtained using a 
Shimadzu FT-IR 8400S, and MS spectrum was obtained by 
a JEOL JMS-700 mass spectrometer. The optical absorption 
spectra of the samples were obtained in the room temper
ature and in the wavelength region of 250-750 nm using an 
UV-VIS spectrophotometer (Jasco V-530).

Fabrication of SNT-2. Compound 2 (100 mg) was dis
solved in toluene (10 mL). The silica nano tube (SNT, 100 
mg) was added as solid. The suspension of SNT was stirred 
in reflux condition for 24 h. Then, the collected solid was 
washed copiously with toluene 50 mL to rinse away any 
surplus 2 and then dried under vacuum.

Solid UV-Vis changes and color change of SNT-2 upon 
addition of amine. The SNT-2 (5 mg) was added to the 
amine solution (10,000 eq). Then, solid UV-VIS change of 
SNT-2 were measured by UV-VIS-NIR spectrophotometer 
(Hitachi U-3501). *

Compound L Compound 1 was prepared from the 
adaptation of the reported procedures.17
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Compound 2. A solution of 4 (0.86 mg, 0.98 mmol) was 
dissolved in THF (15 mL) and the solution cooled to 0 °C. 3- 
Aminopropyltriethoxyailane (0.65 g, 2.93 mmol), DCC 
(0.60 g, 2.93 mmol), and DMAP (0.5 mL) were then added 
successively The reaction mixture was refluxed for 20 h. 
After removing the solvent, the residue was taken up in 
CHCh and washed with water The organic solvent was 
evaporated to dryness. The crude product was purified by 
flash column chromatography on aluminium oxide eluting 
with dichloromethane:ethyl acetate:^-Hx (6:3:1) as eluent 
(Rf = 0.53) provided 2 as a yellow crystalline solid in 88% 
yield, m.p. 280 °C.NMR (CDCI3) Q8.06 (s, 4H, ArH), 
7.75 (s, 2H, OH), 7.00-6.62 (m, 14H? ArH), 4.42 (d, 4H, 
-CH2-? J= 13.4 Hz), 4.09 (m, 8H, -OCH2CH2O-), 3.85 (m, 
12H, -OCH2CH2O-)? 3.54 (m, 6H, -OCH2CH2O-). 13C NMR 
(CDCI3) 1693 (-CO) 154.1, 153.8, 152.4, 146.2, 134.3, 
1303,1302 128.9,128.5,1283,125.7,122.9,119.2 (ArH)? 
77.2, 7L5, 70.6, 58.5, 453, 3L5, 24.8, 18.5, 7.5 (-CH2- or 
-CH". IR(KBrpellet,cm"1): 3418,3115, 2945, 2869, 1649, 
1569, 108% 807. MS (FAB-MS) m/z 1284.5 (M + 1, calcd 
1284.6).

Compound 3. To a stirred solution of 5.0 g (113 mmol) 
of calix[4]arene and L6 g (113 mmol) of K2CO3 in 150 mL 
of CH3CN, 1L9 g (23.7 mmol) of tetraethylene glycol 
ditosylate was added and the reaction mixture was left to stir 
at room temperature for 20 hours. The solvent was removed 
and the residue was treated with CHCI3 (100 mL) and water 
(100 mL). The organic layer was separated and the solvent 
was removed. The crude products were purified by column 
chromatography (eluent, CHC13：/7-hexane = 1:1) to give the 
product 3 (4.81 g, 74%). m.p. 253 °C.NMR (CDCI3) 
7.75 (s, 2H, OH), 7.08-6.64 (m, 12H? ArH), 4.44 and 333 
(pair of d, 8H, ArCH2Ar? J = 162 Hz), 4.08 (札 8H, 
-OCH2CH2O-)? 3.94 (t, 4H, ArOCH2CH2-)? 3.84 (t, 4H, 
ArOCH2CH2-). 13CNMR(CDC13)以 53.8,152.4,133.5,1303, 
129A 128.9, 128.5, 1283, 125.7, 119.2, 77.2, 7L5, 70.6, 
3L5. IR(KBr pellet, cm"1): 3490,2933, 1560,1174, 787.

Compound 4. The diazonium salt of 4-nitroaniline (L4 g, 
10.2 mmol) was prepared by adding an aqueous solution of 
sodium nitrite (0.7 g, 10.2 mmol) dropwise into a homo
geneous mixture of 2.7 mL of sulfuric acid and 48 mL of 
glacial acetic acid, The mixture was stirred at 0 °C for 5 mia 
The diazonium salt solution was added dropwise into a 
solution of 3 (2.0 g, 3.4 mmol) in 50 mL of DMF at 0 °C. 
The solution was stirred for an additional 12 h at 0 °C. 
CHCI3 (50 mL) and water (50 mL) were added, and the 
organic layer was separated and dried over MgSCU，The 
organic solvent was evaporated to dryness. The crude pro
duct was purified by flash column chromatography on 
aluminium oxide eluting with dichloromethane:MeOH 
(100:1) as eluent (& = 0.64) provided 4 as a red crystalline 
solid in 34% yield, m.p. 260 °C.NMR (CDC13 + DMSO- 
&) 8.06 (s, 4H, ArH), 7.75 (s, 2H, OH), 7.00-6.62 (m, 
14H? ArH), 4.44 (d, 4H, -CH2-? J= 13.4 Hz), 4.09 (m, 8H, 
-OCH2CH2O-)? 3.85 (m, 12H, -OCH2CH2O-)? 3.54 (m, 6H, 
-OCH2CH2O-). 13C NMR (CDCl3+DMSO-d6)1693 (-CO) 
154 丄 153.8, 152A 146.2, 1343, 1303, 130.2, 128.9, 128.5, 

128.3, 125.7, 122.9, 1192 (ArH)? 77.2, 7L5, 70.6, 3L5. IR 
(KBr pellet, cm"1): 3447,2920,1750,1511,1219, 77L

Acknowledgment The first two authors contributed 
approximately equally to this work. Also, this work was 
supported by the KOSEF (M20702000050-07B-0200-05000) 
and the Korea Research Foundation (KRF-2005-005-J09703).

Supporting Information Available: Association con
stants and absorption spectra of 1 with amines and FT-IR 
spectra of SNT-2 with amines are available on request from 
the correspondence author E-mail: jonghwa@gnu.ac.kr. 
Fax: +82-55-758-6027.

References

1. (a) Andreetti, G D.; Ugozzoli, F.; Ungaro, R.; Pochini, A. In 
Inclusion Compounds; Atwood, J. L., Davies, J. E. D.? MacNicol, 
D. D.? Eds.; Oxford University Press: New York, 1991; Vol. 4. (b) 
Cho? E. J.; Yeo? H. M.; Ryu? B. J.; Jeong, H. A.; Nam? K. C. Bull. 
Korean Chem, Soc, 2006,27, 1967.

2. Hinsberg, O. Ber. 1890,23,2962.
3. Solomons, G.; Fryhle, C. Organic Chemistry^ 7th ed.; John Wiley

& Sons Inc.: New York, 2002; p 975. '
4. (a) Cram, D. J.; Cram, J. M. Acc. Chem, Res. 1978, H, 8. (b) 

Stoddart, J. F. Chem. Soc. Rev. 1979, & 85. (c) Mock, W. L.; Shih, 
N.-Y. J. Org. Chem, 1986, 51, 4440. (d) Hazard, R. C. Chem, 
Soc, Rev. 1983, 72,285.

5. Palomares, E.; Vilar, R.; Green, A.; Durrant, J. R. Adv. Fund. 
Mater, 2004, 0 Hl.

6. Shi, J.; Zhu, Y; Zhang, X.; Baeyens, W. R. G.; Garcia-Campana, 
A. M. Trends AnaL Chem, 2004,23,351.

7. Obare, S. O.; Hollowell, R. E.; Murphy, C. J. Langmuir 2002,1& 
10407.

8. Wimsberger, G; Scott, B. J.; Stucky, G D. Chem. Commun, 2001, 
119.

9. Mercier, L.; Pinnavaia, T. J. Adv. Mater, 1997,9, 500.
10. Metivier, R.; Leray, L; Lebeau, B.; Valeur, B. J. Mater. Chem.

2005, 75,2965.
11. Balaji, T.; Sasidharan, M.; Matsunaga, H. Anal. Bioanal, Chem.

2006, 384.488.
12. (a) Desacalzo, A. B.; Jimenez, D.; Marcos, M. D.; Manez, R. M.;

Soto, J.; El Haskouri, J.; Guillem, C.; Beltran, D.; Amoros, P.; 
Borrachero, M. V. Adv, Mater, 2002, 14, 966. (b) Boiocchi, M.; 
Bonizzoni, M.; Fabbrizzi, L.; Piovani, G.; Taglietti, A. Angevv. 
Chem, 2004, 3935; Angevv, Chem, Int, Ed. 2004,43,3847. (c)
Comes, M.; Lopez, G. R.; Marcos, M. D.; Manez, R. M.; 
Sancenon, F.; Soto, J.; Villaescusa, L. A.; Amoros, P.; Beltran, D. 
Angevv. Chem. 2005,117^ 2978; Angevv. Chem, Int. Ed, 2005, 44, 
2918. (d) Han, S.; Sujandi; Park, S. Bull. Korean Chem. Soc. 
2005,26, 1381.

13. (a) Kim, J. S.; Shon? O. J.; Lee, J. K.; Lee, S. H.; Kim, J. Y; Park, 
K. M.; Lee, S. S. J. Org. Chem. 2002, 67, 1372. (b) Kim, J. Y; 
Kim, G. C.; Kim, C. R.; Lee, S. H.; Lee, J. H.; Kim, J. S. J. Org. 
Chem. 2003, 68, 1933. (c) Halouani, H.; Dumazet-Bonnamour, L; 
Lamartine, R. Tetrahedron Lett. 2002, 43, 3785. (d) Halouani, H.; 
Dumazet-Bonnamour, L; Duchamp, C.; Bavoux, C.; Ehlinger, N.; 
Perrin, M.; Lamartine, R. Eur, J. Org. Chem, 2002,24,4202.

14. Association constants were obtained by using the computer 
program ENZFITTER, available from Elsevier-BIOSOFT, 68 
Hills Road, Cambridge CB2 ILA, United Kingdom.

15. Connors, K. A. Binding Constants; Wiley: New York, 1987.
16. Cobb여、P. L. H. M.; Egberink, R. J. M.; Bohmer, J. R. P.; Verboom, 

W.; Reinhoudt, D. N. J. Am. Chem, Soc, 1992,114, 10573.
17. Kim, J. S.; Jung, J. H.; Lee, S. J.; Hwang, L; Singh, N. J.; Kim, S. 

K.; Lee, S. H.; Kim, H. J.; Keum? C. S.; Lee, J. W.; Kim, K. S. 
Chem, Eur, J. 2007,13,3082.

mailto:jonghwa@gnu.ac.kr

