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Abstract : The phase-shift method and correlation constants, i.e., the unique electrochemical

impedance spectroscopy (EIS) techniques for studying the linear relationship between the behavior

(−ϕ vs. E) of the phase shift (90o ≥ −ϕ ≥ 0o) for the optimum intermediate frequency and that

(θ vs. E) of the fractional surface coverage (0 ≤ θ ≤ 1), have been proposed and verified to

determine the Langmuir, Frumkin, and Temkin adsorption isotherms of H and related electrode

kinetic and thermodynamic parameters at noble metal (alloy)/aqueous solution interfaces. At a

Zr/0.2 M H2SO4 aqueous solution interface, the Frumkin and Temkin adsorption isotherms (θ
vs. E), equilibrium constants (K = 1.401 × 10−17 exp(−3.5θ) mol−1 for the Frumkin and K

= 1.401 × 10−16 exp(−8.1θ) mol−1 for the Temkin adsorption isotherm), interaction parameters

(g = 3.5 for the Frumkin and g = 8.1 for the Temkin adsorption isotherm), rates of change of

the standard free energy (r = 8.7 kJ mol−1 for g = 3.5 and r = 20 kJ mol−1 for g = 8.1) of H with

θ, and standard free energies (96.13 ≤ ΔGθ
0 ≤ 104.8 kJ mol−1 for K = 1.401 × 10−17 exp(−3.5θ) mol−1

and 0 ≤ θ ≤ 1 and 94.44 < ΔGθ
0 < 106.5 kJ mol−1 for K = 1.401 × 10−16 exp(−8.1θ) mol−1 and 0.2 <

θ < 0.8) of H are determined using the phase-shift method and correlation constants. At

0.2 < θ < 0.8, the Temkin adsorption isotherm correlating with the Frumkin adsorption isotherm,

and vice versa, is readily determined using the correlation constants. The phase-shift method

and correlation constants are probably the most accurate, useful, and effective ways to deter-

mine the adsorption isotherms of H and related electrode kinetic and thermodynamic parameters

at highly corrosion-resistant metal/aqueous solution interfaces.

Keywords : Phase-shift method, Correlation constants, Hydrogen adsorption, Frumkin and Temkin

adsorption isotherms, Zirconium, Highly corrosion-resistant metals.

1. Introduction

Zirconium and its alloys have been widely used as

highly corrosion-resistant materials due to their excellent

corrosion resistances. Also, they have been extensively

studied to use hydrogen storage materials, nuclear

engineering materials, biomaterials, etc.1-9) However, it

seems that the adsorption isotherms of hydrogen and

related electrode kinetic and thermodynamic parameters

at zirconium and its alloy/aqueous solution interfaces

have never been reported elsewhere.

At highly corrosion-resistant metal/aqueous solution

interfaces, it is preferable to consider the Langmuir,

Frumkin, and Temkin adsorption isotherms for H

rather than equations of the electrode kinetics and

thermodynamics for H, because these adsorption

isotherms are associated more directly with the

atomic mechanism of H adsorption. Thus, there is a

technological need for a simple, accurate, and reliable

method to determine the Langmuir, Frumkin, and

Temkin adsorption isotherms for characterizing the

H adsorptions at highly corrosion-resistant metal/

aqueous solution interfaces.

The phase-shift method is the unique electrochemical*E-mail: jhchun@kw.ac.kr 
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impedance spectroscopy (EIS) technique for studying

the linear relationship between the behavior (−ϕ vs. E)

of the phase shift (90o ≥ −ϕ ≥ 0o) for the optimum

intermediate frequency and that (θ vs. E) of the fractional

surface coverage (0 ≤ θ ≤ 1) at noble metal (alloy)/

aqueous solution interfaces.10-28) The behavior (θ vs. E)

of the fractional surface coverage (0 ≤ θ ≤ 1) is well

known as the Langmuir or the Frumkin adsorption

isotherm. Correspondingly, the phase-shift method is

useful and effective for determining the Langmuir,

Frumkin, and Temkin adsorption isotherms of H and

related electrode kinetic and thermodynamic parameters

at these interfaces.

In practice, the theoretical derivation or the numerical

calculation of a single equation for −ϕ vs. θ as a function

of potential (E) and frequency (f) is complex due to the

superposition of various effects, i.e., relaxation time effect,

real surface area problems, surface absorption and

diffusion processes, inhomogeneous and lateral interaction

effects, specific adsorption effect, etc., at the interfaces.

This is the reason why the phase-shift method is

necessary, useful, and effective.

In this paper, we represent the Frumkin and Temkin

adsorption isotherms of H and related electrode kinetic

and thermodynamic parameters at a Zr/0.2 M H2SO4

aqueous solution interface using the phase-shift method

and correlation constants. It appears that the phase-shift

method and correlation constants are the most accurate,

useful, and effective ways to determine the adsorption

isotherms of H and related electrode kinetic and

thermodynamic parameters at highly corrosion-resistant

metal/aqueous solution interfaces.29) 

2. Experimental

2.1. Preparations

Taking into account the H+ concentration and

effects of the diffuse double layer and pH,30) an

acidic aqueous solution was prepared from H2SO4

(Sigma-Aldrich, reagent grade) with purified water

(resistivity: > 18 MΩ cm) obtained from a Millipore

system. The 0.2 M H2SO4 aqueous solution (pH

0.58) was deaerated with 99.999% purified nitrogen

gas for 20 min before the experiments.

A standard three-electrode configuration was

employed using a saturated calomel electrode (SCE)

reference electrode and a zirconium foil (Johnson

Matthey, purity: 99.2%, 1 mm thick, estimated area: ca.

5.43 cm2) working electrode. The Zr foil was polished to

a mirror finish with Al2O3 powders, ultrasonically cleaned

in the purified water, and finally rinsed with acetone.

A platinum wire (Johnson Matthey, purity: 99.95%,

1.5 mm diameter) was used as the counter electrode.

2.2. Measurements

A cyclic voltammetry (CV) technique was used to

achieve the steady state at the Zr/0.2 M H2SO4

aqueous solution interface. The CV experiments

were conducted for 30 cycles, a scan rate of 50 mV s−1,

and a scan potential of 0 to −1.240 V vs. SCE for the

H adsorption. An EIS technique was used to study

the relation between the phase-shift profile (−ϕ vs. E) for

the optimum intermediate frequency and the corre-

sponding surface-coverage profile (θ vs. E), i.e., the

Langmuir, the Frumkin, or the Temkin adsorption

isotherm. The EIS experiments were conducted at a single

sine wave, a scan frequency of 3 × 104 to 1 Hz, an ac

amplitude of 5 mV, and a dc potential of 0 to −1.350 V

vs. SCE for the H adsorption.

The CV experiments were performed using an

EG&G PAR Model 273A potentiostat controlled

with the PAR Model 270 software package. The

EIS experiments were performed using the same

apparatus in conjunction with a Schlumberger SI

1255 HF Frequency Response Analyzer controlled

with the PAR Model 398 software package. To obtain

comparable and reproducible results, all measurements

were carried out using the same preparations, procedures,

and conditions at room temperature. The international

sign convention is used, i.e., cathodic currents and

lagged phase shifts or angles are taken as negative. To

clarify the H adsorption in the different aqueous

solutions, all potentials are given in the reversible

hydrogen electrode (RHE) scale. The Gaussian and

adsorption isotherm analyses were carried out using

the Excel and Origin software packages.

3. Results and Discussion 

3.1. The basic concept and description on the

phase-shift method

Fig. 1 compares the phase-shift curves (−ϕ vs. log

f) for the different potentials (E) at the Zr/0.2 M

H2SO4 aqueous solution interface. The intermediate

frequency, i.e., a vertical solid line (47.55 Hz) on −ϕ

vs. log f shown in Fig. 1, can be set as the optimum

intermediate frequency for −ϕ vs. E and θ vs. E. At

this frequency (47.55 Hz), the normalized change
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rate of −ϕ vs. E, i.e., Δ(−ϕ)/ΔE, corresponds to that

of θ vs. E, i.e., Δθ/ΔE, and vice versa. Both Δ(−ϕ)/

ΔE and Δθ/ΔE are maximized at θ 0.5, decrease

symmetrically with E at other values of θ, and are

minimized at θ 0 and 1 (see Fig. 4(c)). Note that

this is a unique feature of the Langmuir or the

Frumkin adsorption isotherm.10-29)

At the maximum lagged phase shift shown in Fig. 1(a),

it appears that the H adsorption and superposition of

various effects are minimized, i.e., θ 0. At θ 0,

both Δ(−ϕ)/ΔE and Δθ/ΔE are minimized. At the

minimum lagged phase shift shown in Fig. 1(k), it

appears that the H adsorption and superposition of

various effects are maximized or almost saturated,

i.e., θ 1. At θ 1, both Δ(−ϕ)/ΔE and Δθ/ΔE are

also minimized. At the medium lagged phase shift

shown in Figs. 1(f) and (g), it appears that both Δ(−ϕ)/

ΔE and Δθ/ΔE are maximized, i.e., θ 0.5. At other

lagged phase shifts shown in Figs. 1(c)-(f) and (g)-(i),

i.e., at other values of θ, it appears that both Δ(−ϕ)/ΔE

and Δθ/ΔE decrease symmetrically with E (see Fig. 4(c)).

Based on −ϕ vs. log f shown in Fig. 1, the linear

relationship between −ϕ vs. E and θ vs. E for the

optimum intermediate frequency,10-29) and the unique

feature of electrosorption,31,32) the basic concept and

description on the phase-shift method are summarized

in Table 1. Table 1 shows the changes of −ϕ vs. E and

θ vs. E for the optimum intermediate frequency

(47.55 Hz) with 50 mV increment changes in negative

potential (E). These changes of −ϕ vs. E and θ vs. E for

47.55 Hz are plotted in Figs. 2 and 3, respectively. The

changes of −ϕ vs. E and θ vs. E for other frequencies

(1 Hz, 23.83 Hz, 75.36 Hz, 475.5 Hz) plotted in Figs. 2

and 3, respectively, are also obtained through the same

procedures summarized in Table 1. Table 1 also shows

that both Δ(−ϕ)/ΔE and Δθ/ΔE for the optimum

intermediate frequency (47.55 Hz) are exactly the same.

Figs. 2 and 3 compare the phase-shift profiles (−ϕ vs.

E) and surface-coverage profiles (θ vs. E) for five different

frequencies at the Zr/0.2 M H2SO4 aqueous solution

interface, respectively. Note that θ vs. E shown in Fig. 3

corresponds to −ϕ vs. E shown in Fig. 2 and vice versa.

In Fig. 3, it is understood that only one adsorption

isotherm can be fitted to θ vs. E for the optimum

intermediate frequency.

Fig. 4 compares the normalized change rates of −ϕ

vs. E and θ vs. E, Δ(−ϕ)/ΔE and Δθ/ΔE, for five different

frequencies at the Zr/0.2 M H2SO4 aqueous solution

interface. Both Δ(−ϕ)/ΔE and Δθ/ΔE shown in Fig. 4

are plotted based on −ϕ vs. E and θ vs. E shown in

Figs. 2 and 3, respectively. The Gaussian profile shown

in Fig. 4(c) is plotted based on Δ(−ϕ)/ΔE and Δθ/ΔE

for the optimum intermediate frequency (47.55 Hz)

summarized in Table 1. Similarly, the Gaussian profiles

for 1 Hz, 23.83 Hz, 75.36 Hz, and 475.5 Hz shown

in Figs. 4(a), (b), (d), and (e), respectively, are plotted

through the same procedures summarized in Table 1.

At the optimum intermediate frequency (47.55 Hz)

≈

≈

≈ ≈

≈ ≈

≈

Fig. 1. Comparison of the phase-shift curves (−ϕ vs. log f)

at the Zr/0.2 M H2SO4 aqueous solution interface. Vertical

solid line: 47.55 Hz; single sine wave; scan frequency:

3 × 104 to 1 Hz; ac amplitude: 5 mV; dc potential: (a) −0.509 V,

(b) −0.609 V, (c) −0.659 V, (d) −0.709 V, (e) −0.759 V, (f) −0.809 V,

(g) −0.859 V, (h) −0.909−V, (i) −0.959 V, (j) −1.009 V, and

(k) −1.109 V vs. RHE.

Table 1. Measured values of the phase shift (−ϕ) for the

optimum intermediate frequency (47.55 Hz), the estimated

fractional surface coverage (θ) of H, and the normalized

change rates (Δ(−ϕ)/ΔE, Δθ/ΔE) at the Zr/0.2 M H2SO4

aqueous solution interface

E / V vs. RHE −ϕ / deg θ (0 ≤ θ ≤ 1) Δ(−ϕ), Δθ/ΔE

−0.509 84.2 0 -

−0.559 84.0 0.002375 0.028504

−0.609 83.7 0.005938 0.042755

−0.659 82.6 0.019002 0.156770

−0.709 80.5 0.043943 0.299287

−0.759 73.0 0.133017 1.068884

−0.809 54.0 0.358670 2.707838

−0.859 31.0 0.631829 3.277910

−0.909 12.8 0.847981 2.593824

−0.959  3.3 0.960808 1.353919

−1.009  0.9 0.989311 0.342043

−1.059  0.3 0.996437 0.085511

−1.109 0 1 0.042755

≈

≈
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Fig. 3. Comparison of the surface-coverage profiles (θ vs.

E) for five different frequencies at the Zr/0.2 M H2SO4

aqueous solution interface. The optimum intermediate

frequency is 47.55 Hz.

Fig. 2. Comparison of the phase-shift profiles (−ϕ vs. E)

for five different frequencies at the Zr/0.2 M H2SO4 aqueous

solution interface. The optimum intermediate frequency

is 47.55 Hz.

Fig. 4. Comparison of the normalized change rates of −ϕ vs. E and θ vs. E, Δ(−ϕ)/ΔE and Δθ/ΔE, for five different

frequencies at the Zr/0.2 M H2SO4 aqueous solution interface. (a) 1 Hz, (b) 23.83 Hz, (c) 47.55 Hz, (d) 75.36 Hz, and (e)

475.5 Hz. Note that the optimum intermediate frequency is 47.55 Hz. The fitted curves are all Gaussian profiles.
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shown in Fig. 4(c), Δ(−ϕ)/ΔE corresponds to Δθ/ΔE

and vice versa. Both Δ(−ϕ)/ΔE and Δθ/ΔE are maxi-

mized at θ 0.5, decrease symmetrically with E at

other values of θ, and are minimized at θ 0 and 1.

Correspondingly, both Δ(−ϕ)/ΔE and Δθ/ΔE obey a

Gaussian distribution. Note that the Gaussian profile

shown in Fig. 4(c) is the unique feature of the

Frumkin adsorption isotherm (θ vs. E). The whole

procedure of the phase-shift method for determining

the adsorption isotherms of hydrogen and hydroxide

is described elsewhere.26) 

3.2. The Frumkin, Langmuir, and Temkin adsorption

isotherms

The derivation of the practical forms of the elec-

trochemical Langmuir, Frumkin, and Temkin

adsorption isotherms is described elsewhere.33,34) The

Frumkin adsorption isotherm assumes that the electrode

surface is inhomogeneous or that the lateral interaction

effect is not negligible. The Frumkin adsorption isotherm

(θ vs. E) of H at the Zr/0.2 M H2SO4 aqueous solution

interface can be expressed as follows 33)

[θ/(1 − θ)] exp(gθ) = KoCH
+[exp(−EF/RT)] (1)

g = r/RT (2)

K = Ko exp(−gθ) (3)

where θ (0 ≤ θ ≤ 1) is the fractional surface coverage

of H, g is the interaction parameter for the Frumkin

adsorption isotherm, Ko is the equilibrium constant

for H at g = 0, CH
+ is the H+ concentration in the

bulk solution, E is the potential, F is Faraday’s constant,

R is the gas constant, T is the absolute temperature,

r is the rate of change of the standard free energy of

H with θ, and K is the equilibrium constant for H.

The dimension of K is described elsewhere.35) Note

that g = 0 in Eqs. (1)-(3) implies the Langmuir

adsorption isotherm. For the Langmuir adsorption

isotherm, the inhomogeneous and lateral interaction

effects on the H adsorption are negligible.

For the H adsorption at the Zr/0.2 M H2SO4 aqueous

solution interface, the fitted data, i.e., the numerically

calculated Frumkin adsorption isotherms using Eq. (1),

are shown in Fig. 5. Figs. 5(a), (b), and (c) show the

three numerically calculated Frumkin adsorption

isotherms corresponding to g = 0, 3.5, and 10.5 for

Ko = 1.401 × 10−17 mol−1, respectively. The Frumkin

adsorption isotherm, K = 1.401 × 10−17 exp(−3.5θ) mol−1,

shown in Fig. 5(b) is applicable to the H adsorption.

Using Eq. (2), r is 8.7 kJ mol−1. Note that the value

of Ko for Zr is ~1010−1013 times less than that of the

noble metals (alloys).10-28) Regarding the H adsorption,

Zr is a highly corrosion-resistant metal in aqueous

solutions but is not a suitable metal itself for the

cathodic H2 evolution in aqueous solutions.

At intermediate values of θ, i.e., 0.2 < θ < 0.8, the

pre-exponential term, [θ/(1 − θ)], varies little with θ

compared to the variation of the exponential term,

exp(gθ) (see Eq. (1)). Under the approximate conditions,

the Temkin adsorption isotherm can be simply

derived from the Frumkin adsorption isotherm. The

Temkin adsorption isotherm (θ vs. E) of H at the

≈

≈

Fig. 5. Comparison of the experimental and fitted data for

the Frumkin adsorption isotherms (θ vs. E) at the Zr/0.2 M

H2SO4 aqueous solution interface. (a) g = 0, i.e., Langmuir

adsorption isotherm, (b) g = 3.5, and (c) g = 10.5 for Ko =

1.401 × 10
−17 mol

−1. 

Fig. 6. Comparison of the experimentally determined Frumkin

adsorption isotherm and three fitted Temkin adsorption

isotherms (θ vs. E) at the Zr/0.2 M H2SO4 aqueous solution

interface. (a) g = 0, (b) g = 8.1, and (c) g = 16.2 for Ko =

1.401 × 10
−16 mol

−1. 
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Zr/0.2 M H2SO4 aqueous solution interface can be

expressed as follows33) 

exp(gθ) = KoCH
+[exp(−EF/RT)] (4)

Fig. 6 shows the determination of the Temkin

adsorption isotherm correlating with the Frumkin

adsorption isotherm shown in Fig. 5(b). In Fig. 6(b),

Ko and g for the fitted Temkin adsorption isotherm

using Eq. (4) are 1.401 × 10−16 mol−1 and 8.1, i.e.,

K = 1.401 × 10−16 exp(−8.1θ) mol−1, respectively.

Note that the Temkin adsorption isotherm shown in

Fig. 6(b) is only valid and effective at 0.2 < θ < 0.8.

Using Eq. (2), r is 20 kJ mol−1.

3.3. Correlation constants between the adsorption

isotherms

At 0.2 < θ < 0.8, the two different adsorption iso-

therms, i.e., the Temkin and Langmuir or Frumkin

adsorption isotherms, appear to fit the same data

regardless of their adsorption conditions. These

adsorption isotherms are readily determined using

the correlation constants.22,24-29) As shown in Fig. 6,

the Temkin adsorption isotherm, K = 1.401 × 10−16

exp(−8.1θ) mol−1, correlating with the Frumkin

adsorption isotherm, K = 1.401 × 10−17 exp(−3.5θ)

mol−1, and vice versa, is readily determined using

the correlation constants.

3.4. Standard free energy of adsorption

The standard free energy of H is given by the dif-

ference between the standard molar Gibbs free

energy of H and that of a number of water molecules

on the adsorption sites of the Zr electrode surface.

Under the Frumkin adsorption conditions, the relation

between the equilibrium constant (K) and the standard

free energy (ΔGθ
0) of H is given as follows 31,33) 

2.3RT log K = −ΔGθ
0  (5) 

At the Zr/0.2 M H2SO4 aqueous solution interface,

using Eqs. (3) and (5), ΔGθ
0 of H is 96.13 ≤ ΔGθ

0 ≤

104.8 kJ mol−1 for K = 1.401 × 10−17 exp(−3.5θ) mol−1

and 0 ≤ θ ≤ 1. The standard free energies (ΔGθ
0) of

H and the equilibrium constants (K) for the Frumkin

and Temkin adsorption isotherms of H are summa-

rized in Table 2.

4. Conclusions 

At the Zr/0.2 M H2SO4 aqueous solution interface,

the Frumkin and Temkin adsorption isotherms (θ vs. E),

equilibrium constants (K = 1.401 × 10−17 exp(−3.5θ) mol−1

for the Frumkin and K = 1.401 × 10−16 exp(−8.1θ) mol−1

for the Temkin adsorption isotherm), interaction

parameters (g = 3.5 for the Frumkin and g = 8.1 for

the Temkin adsorption isotherm), rates of change of the

standard free energy (r = 8.7 kJ mol−1 for g = 3.5

and r = 20 kJ mol−1 for g = 8.1) of H with θ, and

standard free energies (96.13 ≤ ΔGθ
0 ≤ 104.8 kJ mol−1

for K = 1.401 × 10−17 exp(−3.5θ) mol−1 and 0 ≤ θ ≤ 1

and 94.44 < ΔGθ
0 < 106.5 kJ mol−1 for K = 1.401 ×

10−16 exp(−8.1θ) mol−1 and 0.2 < θ < 0.8) of H are

determined using the phase-shift method and correlation

constants. The inhomogeneous or the lateral interaction

effect on the H adsorption is not negligible.

At 0.2 < θ < 0.8, the Temkin adsorption isotherm,

K = 1.401 × 10−16 exp(−8.1θ) mol−1, correlating with the

Frumkin adsorption isotherm, K = 1.401 × 10−17

exp(−3.5θ) mol−1, and vice versa, is readily determined

using the correlation constants. The two different

adsorption isotherms appear to fit the same data

regardless of their adsorption conditions.

The phase-shift method and correlation constants

are the most accurate, useful, and effective ways to

determine the adsorption isotherms of H and related

electrode kinetic and thermodynamic parameters at highly

corrosion-resistant metal/aqueous solution interfaces.

References

1. V. V. Kazarnikov, N. G.. Primakov, and V. A. Rudenko,

Table 2. Comparison of the standard free energies (ΔGθ
0) of H and the equilibrium constants (K) for the Frumkin and

Temkin adsorption isotherms (θ vs. E) of H at the Zr/0.2 M H2SO4 aqueous solution interface.

Adsorption isotherm ΔGθ
0 / kJ mol−1

K / mol
−1 θ 

Frumkin a 96.13 ≤ ΔGθ
0
≤ 104.8 1.401 × 10

−17
≥ K ≥ 4.231 × 10

−19 0 ≤ θ ≤ 1

Temkin b 94.44 < ΔGθ
0
< 106.5 2.773 × 10

−17
> K > 2.149 × 10

−19 0.2 < θ < 0.8

a
K = 1.401 × 10

−17 exp(−3.5θ) mol
−1.

b
K = 1.401 × 10

−16 exp(−8.1θ) mol
−1. Note that the Temkin adsorption isotherm is only valid and effective at 0.2 < θ < 0.8.



한국전기화학회지, 제 12권, 제 1 호, 2009 32

''Effect of neutron irradiation on the microstructure of

zirconium hydride'', Int. J. Hydrogen Energy, 22, 169 (1997).

2. N. G. Primakov, V. A. Rudenko, V. V. Kazarnikov, and A. G.

Bespalov, ''Nonuniform swelling and hydrogen redistribution

in zirconium hydride under neutron irradiation'', Int. J.

Hydrogen Energy, 24, 805 (1999). 

3. K. Ojima and K. Ueda, ''Oxygen adsorption induced

hydrogen segregation on a zirconium surface'', Appl.

Surf. Sci., 165, 149 (2000). 

4. S. V. Ivanova, ''Effect of hydrogen on serviceability of

zirconium items in VVER and RBMK-type reactors fuel

assemblies'', Int. J. Hydrogen Energy, 27, 819 (2002). 

5. G. Y. Wang, Y. H. Xu, H. G. Pan, and Q. D. Wang,

''Effect of substitution of chromium for manganese on

structure discharge characteristics of Ti-Zr-V-Mn-Ni-type

muti-phase hydrogen storage electrode alloys'', Int. J.

Hydrogen Energy, 28, 499 (2003). 

6. S. V. Ivanova, ''Hydrogen effected defects evolution in

zirconium items of light-water reactors'', Int. J. Hydrogen

Energy, 31, 295 (2006). 

7. L. Jalowiecki-Duhamel and J. Carpentier, A. Ponchel

''Catalytic hydrogen storage in cerium nickel and zirconium

(or aluminium) mixed oxides'', Int. J. Hydrogen Energy,

32, 2439 (2007). 

8. Y. Chen, M. Urquidi-Macdonald, and D. D. Macdonald,

''The electrochemistry of zirconium in aqueous solutions

at elevated temperature and pressures'', J. Nucl. Mater.,

348, 133 (2006). 

9. S. Gravier, L. Charleux, A. Mussi, J. J. Blandin, P.

Donnadieu, and M. Verdier, ''Mechanical behavior of

nanocomposites derived from zirconium based bulk

amorphous alloys'', J. Alloys Compd., 434-5, 79 (2007). 

10. J. H. Chun and K. H. Ra, ''The phase-shift method for the

Frumkin adsorption isotherms at the Pd/H2SO4 and KOH

electrolyte interfaces'', J. Electrochem. Soc., 145, 3794

(1998). 

11. J. H. Chun and K. H. Ra, In ''Hydrogen at surface and

interfaces'', pp. 159-173, G. Jerkiewicz, J. M. Feliu, B. N.

Popov, Eds., PV 2000-16, Pennington, NJ, The

Electrochemical Society, (2000). 

12. J. H. Chun, K. H. Ra, and N. Y. Kim, ''The Langmuir

adsorption isotherms of electroadsorbed hydrogens for

the cathodic hydrogen evolution reactions at the Pt(100)/

H2SO4 and LiOH aqueous electrolyte interfaces'', Int. J.

Hydrogen Energy, 26, 941 (2001). 

13. J. H. Chun, K. H. Ra, and N. Y. Kim, ''Qualitative analysis

of the Frumkin adsorption isotherm of the over-potentially

deposited hydrogen at the poly-Ni/KOH aqueous electrolyte

interface using the phase-shift method'', J. Electrochem.

Soc., 149, E325 (2002). 

14. J. H. Chun, K. H. Ra, and N. Y. Kim, ''Langmuir adsorption

isotherms of over-potentially deposited hydrogen at poly-Au

and Rh/H2SO4 aqueous electrolyte interfaces: Qualitative

analysis using the phase-shift method'', J. Electrochem.

Soc., 150, E207 (2003). 

15. J. H. Chun, K. H. Ra, and N. Y. Kim, ''Abstracts of the

203rd Electrochemical Society (ECS) Meeting'', Vol.

2003-01, Abstract 1270, April 27-May 2, Paris, France,

The Electrochemical Society, 2003. 

16. J. H. Chun, K. H. Ra, and N. Y. Kim, ''Abstracts of the

203rd Electrochemical Society (ECS) Meeting'', Vol.

2003-01, Abstract 2332, April 27-May 2, Paris, France,

The Electrochemical Society, 2003. 

17. J. H. Chun and S. K. Jeon, ''Determination of the equilibrium

constant and standard free energy of the over-potentially

deposited hydrogen for the cathodic H2 evolution reaction

at the Pt-Rh alloy electrode interface using the phase-shift

method'', Int. J. Hydrogen Energy, 28, 1333 (2003). 

18. J. H. Chun, ''Methods for estimating adsorption isotherms

in electrochemical systems'', U.S. Patent, 6613218 (2003). 

19. J. H. Chun and N. Y. Kim, In Hydrogen treatment of

materials, Proceedings of the 4th international conference

''HTM-2004'', pp. 387-393, May 17-21, Donetsk-

Svyatogorsk, Ukraine, International Scientific Committee

on Hydrogen Treatment of Materials (HTM), 2004. 

20. J. H. Chun, S. K. Jeon, B. K. Kim, and J. Y. Chun,

''Determination of the Langmuir adsorption isotherms of

under- and over-potentially deposited hydrogen for the

cathodic H2 evolution reaction at poly-Ir/aqueous electrolyte

interfaces using the phase-shift method'', Int. J. Hydrogen

Energy, 30, 247 (2005). 

21. J. H. Chun, S. K. Jeon, K. H. Ra, and J. Y. Chun, ''The

phase-shift method for determining Langmuir adsorption

isotherms of over-potentially deposited hydrogen for the

cathodic H2 evolution reaction at poly-Re/aqueous electrolyte

interfaces'', Int. J. Hydrogen Energy, 30, 485 (2005). 

22. J. H. Chun, S. K. Jeon, N. Y. Kim, and J. Y. Chun, ''The

phase-shift method for determining Langmuir and Temkin

adsorption isotherms of over-potentially deposited hydrogen

for the cathodic H2 evolution reaction at the poly-Pt/H2SO4

aqueous electrolyte interface'', Int. J. Hydrogen Energy,

30, 1423 (2005). 

23. J. H. Chun and N. Y. Kim, ''The phase-shift method for

determining adsorption isotherms of hydrogen in

electrochemical systems”, Int. J. Hydrogen Energy, 31,

277 (2006). 

24. J. H. Chun, S. K. Jeon, and J. Y. Chun, ''Determination of

the Langmuir and Temkin adsorption isotherms of H for

the cathodic H2 evolution reaction at a Pt/KOH solution

interface using the phase-shift method'', J. Korean

Electrochem. Soc., 9, 19 (2006). 

25. J. H. Chun, S. K. Jeon, and J. Y. Chun, ''The phase-shift

method and correlation constants for determining adsorption

isotherms of hydrogen at a palladium electrode interface'',

Int. J. Hydrogen Energy, 32, 1982 (2007). 

26. J. H. Chun, N. Y. Kim, and J. Y. Chun, ''Determination of

adsorption isotherms of hydrogen and hydroxide at Pt-Ir

alloy electrode interfaces using the phase-shift method

and correlation constants'', Int. J. Hydrogen Energy, 33,

762 (2008). 

27. J. Y. Chun and J. H. Chun, ''Correction and supplement to

the determination of the optimum intermediate frequency



33 J. Korean Electrochem. Soc., Vol. 12, No. 1, 2009

for the phase-shift method [Chun et al., Int. J. Hydrogen

Energy 30 (2005) 247-259, 1423-1436]'', Int. J. Hydrogen

Energy, 33, 4962 (2008). 

28. J. Y. Chun and J. H. Chun, ''A negative value of the

interaction parameter for over-potentially deposited

hydrogen at Pt, Ir, and Pt-Ir alloy electrode interfaces'',

Electrochem. Commun., (2009), 11, in press. 

29. J. Y. Chun and J. H. Chun, ''Determination of Adsorption

Isotherms of Hydrogen on Titanium in Sulfuric Acid

Solution Using the Phase-Shift Method and Correlation

Constants'' J. Chem. Eng. Data, (2009), 54, in press. 

30. E. Gileadi, E. Kirowa-Eisner, and J. Penciner, ''Interfacial

electrochemistry'', pp. 6, 72-73, Addison-Wesley Pub. Co.

Reading, MA, (1975). 

31. E. Gileadi, ''Electrosorption'', pp. 1-18, In E. Gileadi, Ed.,

Plenum Press, New York, (1967). 

32. Gileadi, E. Electrode kinetics; VCH: New York, (1993);

pp 307-309. 

33. E. Gileadi, ''Electrode kinetics'', pp. 261-280, VCH, New

York, (1993). 

34. J. O’M. Bockris, A. K. N. Reddy, and M. Gamboa-

Aldeco, ''Modern electrochemistry'', 2nd Ed., Vol. 2A, pp.

1193-1197, Kluwer Academic/Plenum Pub. Co. New

York, (2000). 

35. D. W. Oxtoby, H. P. Gillis, and N. H. Nachtrieb,

''Principles of modern chemistry'', 5th Ed., p. 446, Thomson

Learning Inc. (2002). 


