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A thermoresponsive polymer, poly(2-(dimethylamino)ethyl methacrylate) (PDMAEMA), was successfully
synthesized by atom transfer radical polymerization (ATRP). Different amounts of 1,3-propanesultone were
used as quaternization agent to transit the PDMAEMA into partially modified poly(zwitterions), resulting in
p[DMAEMA-co-3-dimethyl(methacryloyloxyethyl)ammonium propanesulfonate] (PDMAEMA-co-PDMAPS).
Molecular weight, molecular weight distribution, and degree of quarternization were determined by gel
permeation chromatography (GPC) and 1H NMR spectroscopy. The transmission spectra of the 1.0 wt %
aqueous solutions of the resulting polymers at 650 nm were measured as a function of temperature. Results
showed that the lower critical solution temperature (LCST) and the upper critical solution temperature (UCST)
could be easily controlled by the different composition of dimethylamino and zwitterion groups. The effect of
partial quaternization on thermoresponsive properties was also studied by dynamic light scattering (DLS) with
the same aqueous concentration (1.0 wt %) as employed for turbidimetry studies. The LCST and UCST values
measured by DLS correlated well with those determined by turbidimetry.
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Introduction

Stimuli-responsive polymers have attracted great interest
in academic and applied science recently.1-8 They exhibit
structural and property changes to external changes such as
pH, temperature, and light. The increasing demand for
“smartness” in biomedical and material devices has gene-
rated an increasing interest for synthetic polymers that can
serve as an ideal platform for locating stimuli-responsive
molecular elements. While various stimuli-responsive poly-
mers have been developed, thermoresponsive polymers are
among the most widely studied due to relatively easy intro-
duction of desired sensitivity. For thermoresponsive polymers,
approaches take advantage of thermally induced, reversible
phase transitions.9-11 Polymers that exhibit lower critical
solution temperature (LCST) behavior become less hydro-
philic above their LCST because the elongated polymer
chains shrink into an insoluble bead. On the contrary, poly-
mers that exhibit upper critical solution temperature (UCST)
behavior become more hydrophilic in water with increasing
temperature.12-15 Such thermoresponsive polymers featuring
a LCST and a UCST in water are expected to find appli-
cations in nanotechnology and biotechnology.16,17

Poly(2-(dimethylamino)ethyl methacrylate) (PDMAEMA),18

which displays a LCST in water around 40 °C, has been the
most studied thermoresponsive polymer targeting biological
applications. Interestingly, slight modification of PDMAEMA
to p[3-dimethyl(methacryloyloxyethyl)ammonium propane-
sulfonate] (PDMAPS) with betaine-type structures leads to
property conversion from LCST to UCST behaviors. Despite
recent progress in the eld, few polymers that can switch
responsiveness between LCST and UCST easily have been

reported.
Herein, we report the synthesis of a series of PDMAEMA-

co-PDMAPS by atom transfer radical polymerization (ATRP)19,20

of DMAEMA, followed by partial quaternization of amino
groups with 1,3-propanesultone. The cloud points of these
copolymers were strongly dependent on the composition of
dimethyl amino and zwitterions groups. 

Experimental

Material. 2,2-(Dimethylamino)ethyl methacrylate (DMAEMA,
98%, Aldrich) were purified by passing the monomers
through a column filled with basic alumina to remove the
inhibitor. CuBr (98%), ethyl 2-bromoisobutylate (EBiB,
98%), 2-2'-bipyridyl (bpy 98%) were purchased from Aldrich.
Anisole (99.0%) and 1,3-propanesultone (99%) were pur-
chased from Tokyo chemical industry (TCI) and used as
received. 

Instrumentation. 1H NMR spectra were collected in D2O
on a Bruker avance 300 MHz NMR spectrometer. The ap-
parent molecular weights and molecular weight distributions
were measured by gel permeation chromatography (GPC)
(Agilent technologies 1200 series) using a polystyrene (PS)
standard, with dimethyl formamide (DMF) as the eluent at
30 oC and a flow rate of 1.00 mL/min. UV-vis spectra were
recorded using an OPTIZEN 3220 UV-vis spectrophotometer
equipped with a digital temperature controller. The wave-
length of 650 nm was used for the determination of the
LCST and UCST. The temperature range was from 10 to 80
oC, and heating and cooling rate were 1 oC/min. Hydro-
dynamic diameters were measured using dynamic light
scattering (DLS, Nano ZS 90, Malvern, UK).
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Synthesis of PDMAEMA by ATRP. A clean and dry
schlenk flask was charged with DMAEMA (63.2 mL, 20
mmol), bpy (31.2 mg, 0.1 mmol), EBiB (291 µL, 0.1 mmol),
anisole (31.6 mL), and CuBr (143 mg, 0.05 mmol). The
flask was deoxygenated by five freeze-pump-thaw cycles.
During the final cycle, the flask was filled with argon before
CuBr (143 mg, 0.05 mmol) were quickly added to the frozen
mixture. The flask was sealed with a glass stopper then
evacuated and back-filled with argon three times before it
was immersed in an oil bath at 50 oC. The polymerization
was stopped when monomer conversion reached 50%, which
was determined by 1H NMR. The solution was filtered
through a column filled with neutral alumina to remove the
copper complex before the polymer was precipitated twice
in hexane and dried under vacuum at room temperature for a
day. Mn = 18 500 g/mol, Mw/Mn = 1.164. 1H NMR (300 MHz,
D2O)  4.19 (2H, s, O-CH2), 2.74 (2H, s, CH2-CH2), 2.34
(6H, s, N-(CH3)2), 2.0-1.9 (2H, d, CH2), 1.1-0.94 (3H, d,
CH3).

Representative Example of Partial Quarternization:
A2 (Dimethyl Amine Group of PDMAEMA:1,3-propane-
sultone = 95:5) PDMAEMA (0.2 g, 1.21 mmol) was dis-
solved in ethyl actetate (EA) in the 20 mL flask with
magnetic stirring. 1,3-propanesulton (5.3 µL, 0.0605mmol)
was added into the flask. The reaction mixture was allowed
to stir for overnight at room temperature. After reaction the
polymer was precipitated in twice in hexane and dried under
vacuum at 40 oC for a day. 1H NMR (300 MHz, D2O)  4.54
(2H, s, O-CH2), 4.19 (2H, s, O-CH2), 3.85 (2H, s, OCH2-
CH2), 3.65 (2H, s, N-(CH3)2-CH2), 3.28 (6H, s, N-(CH3)2),
3.03 (2H, s, CH2-SO3), 2.73 (2H, s, OCH2-CH2), 2.34 (6H,
s, N-(CH3)2), 2.32 (CH3CH2CH3), 2.0-1.9 (2H, d, CH2),
1.1-0.94 (3H, d, CH3). 

Results and Discussion

The strategy employed in this study is schematically
illustrated in Scheme 1. ATRP was employed to synthesize
PDMAEMA using a CuBr/bpy catalyst system with 2-bromo-
isobutyrate (EBiB) as an initiator. The molecular weight and

molecular weight distribution of the resulting PDMAEMA
were obtained by GPC with polystyrene (PS) standards (Mn

= 18 500 g/mol, Mw/Mn = 1.16). As shown in Figure 1, the
GPC traces showed monomodal distributions with the
relatively low molecular weight distribution, indicating good
control over the polymerization. The apparent molecular
weight (18 500 g/mol) obtained by GPC was higher than the
theoretical molecular weight calculated from the DMAEMA
conversion (Mn,theory = conversion  MWDMAEMA  [DMAEMA]0/
[EBiB]0 = 0.5  157 g/mol  200 = 15 700 g/mol) due to the
differences in hydrodynamic volumes of PDMAEMA and
PS standards.21,22 

The resulting PDMAEMA was reacted with different
amounts of 1,3-propanesultone to yield a series of PDMAEMA-
co-PDMAPS copolymers. The reaction was carried out in
ethyl acetate (EA) at room temperature. The 1H NMR
spectra provided the evidence of the successful synthesis of
PDMAEMA-co-PDMAPS copolymers by partial quaterni-
zation (Figure 2). It was monitored that an ester peak (c) of
PDMAEMA at 4.1 ppm decreased while peaks (h, i, j, and k)
of PDMAPS appeared gradually after partial quaternization.
The extent of quaternization was determined by calculating
the integral ratio between peak d and g. For example, the
integral ratio between peak d and g is 95:5 for A2 and 3:97
for B2, respectively. In a similar way, the extent of quaterni-

Scheme 1. Synthesis of zwitterion-functionalized copolymers by
ATRP of DMAEMA, followed by quaternization of amino groups
with 1,3-propanesultone. 

Figure 1. DMF GPC traces of PDMAEMA.

Figure 2. 1H NMR spectra of PDMAEMA (A1), PDMAEMA95-
co-PDMAPS5 (A2), and PDMAEMA3-co-PDMAPS97 (B2).
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zation for A3 and B3 was calculated. 
Figure 3 shows the values of the cloud points measured for

aqueous solutions of the series of copolymers with high
PDMAEMA contents (A1, A2, and A3) and with high
PDMAPS contents (B1, B2, and B3) (studied reference
concentration was 1.0 wt %). For copolymer that are ex-
pected to exhibit LCST properties (A1, A2, and A3), the
cloud points were measured during a heating cycle and for
copolymer that are expected to exhibit UCST properties (B1,
B2, and B3), the cloud points were measured during a heat-
ing cycle. The LCST of PDMAEMA homopolymer (A1)
was 33 °C. For a series of copolymer A, measured LCST
values increased from 33 to 40 °C with the molar fraction of
zwitterion groups in the copolymer since sulfobetaine is
more hydrophilic than dimethyl amine. Interestingly, copoly-
mers with more than 10% of zwitterions did not show LCST
transitions. The UCST of PDMAPS homopolymer (B1) was
17 °C. For a series of copolymer B, UCST values increased
from 17 to 24 °C with the molar fraction of dimethyl amine
groups in the copolymer. Therefore, the LCST and UCST of

both series of copolymers can be precisely tuned by cont-
rolling the fraction of dimethyl amine and sulfobetaine units.
Similarly, copolymers with more than 5% of zwitterions did
not show UCST transitions. PDMAEMA95-co-PDMAPS5

(A2) was chosen to investigate the hysteresis behavior
because it exhibited an LCST transition near physiological
temperature; however, we found no significant hysteresis for
A2 (Figure 4).

The effect of quaternization on thermal transitions was
also studied by dynamic light scattering (DLS) with the same
aqueous concentration (1.0 wt %) as employed for turbidi-
metry studies. The particle size of the series of copolymers
with high PDMAEMA contents (A1, A2, and A3) increased
with increasing temperature. On the contrary, the particle
size of the series of copolymers with high PDMAPS contents
(B1, B2, and B3) increased with decreasing temperature.
The LCST and UCST values measured by DLS correlated
well with those determined by turbidimetry.

Conclusions

Thermoresponsive copolymers were successfully synthe-
sized using ATRP and postpolymerization modification pro-
cess. Well-defined copolymers with predictable molecular
weights and low molecular weight distribution were formed.
The thermal properties of aqueous solutions of the copoly-
mers were studied by UV-vis. The transmission spectra of an
aqueous solution of these polymers as a function of temper-
ature showed that the LCST and UCST of these copolymers
were affected by the variation of the composition in the
copolymer. In conclusion, we designed a very simple system
where the LCST and UCST values can be easily controlled
by small change in the composition of the dimethylamine
and zwitterion groups.

Acknowledgments. This work was supported by Univer-
sity of Ulsan Research Fund of 2011.

Figure 3. Thermoresponsiveness of 1.0 wt % aqueous solutions of
(a) A1, (b) A2, (c) A3, (d) B1, (e) B2, and (f) B3 measured by
percent transmission at 650 nm. The cloud points of a, b, and c
were measured during a heating cycle and those of d, e, and f were
measured during a cooling cycle.

Figure 4. Hysteresis of PDMAEMA95-co-PDMAPS5 (A2) with a
1.0 wt % aqueous solution. The solution was heated and cooled at
a rate of 1 °C/min.

Figure 5. Thermoresponsiveness of 1.0 wt % aqueous solutions of
(a) A1, (b) A2, (c) A3, (d) B1, (e) B2, and (f) B3 measured by
dynamic light scattering (DLS). The normalized light scattering
intensities of a, b, and c were measured during a heating cycle and
those of d, e, and f were measured during a cooling cycle.



504     Bull. Korean Chem. Soc. 2014, Vol. 35, No. 2 Seo-Hyun Jung and Hyung-il Lee

References

  1. Bajpai, A. K.; Shukla, S. K.; Bhanu, S.; Kankane, S. Prog. Polym.
Sci. 2008, 33(11), 1088-1118.

  2. Bergmann, N. M.; Peppas, N. A. Prog. Polym. Sci. 2008, 33(3),
271-288.

  3. Chaterji, S.; Kwon, I. K.; Park, K. Prog. Polym. Sci. 2007, 32(8-
9), 1083-1122.

  4. Dimitrov, I.; Trzebicka, B.; Mueller, A. H. E.; Dworak, A.;
Tsvetanov, C. B. Prog. Polym. Sci. 2007, 32(11), 1275-1343.

  5. Gil, E. S.; Hudson, S. M. Prog. Polym. Sci. 2004, 29(12), 1173-
1222.

  6. Maeda, T.; Otsuka, H.; Takahara, A. Prog. Polym. Sci. 2009,
34(7), 581-604.

  7. Rzaev, Z. M. O.; Dincer, S.; Piskin, E. Prog. Polym. Sci. 2007,
32(5), 534-595.

  8. Schild, H. G. Prog. Polym. Sci. 1992, 17(2), 163-249.
  9. De, P.; Gondi, S. R.; Sumerlin, B. S. Biomacromolecules 2008,

9(3), 1064-1070.
10. Li, C.; Gunari, N.; Fischer, K.; Janshoff, A.; Schmidt, M. Angew.

Chem., Int. Ed. 2004, 43(9), 1101-1104.
11. Zhang, X.-Z.; Lewis, P. J.; Chu, C.-C. Biomaterials 2005, 26(16),

3299-3309.
12. Glatzel, S.; Laschewsky, A.; Lutz, J. F. Macromolecules 2011,

44(2), 413-415.
13. Roth, P. J.; Davis, T. P.; Lowe, A. B. Macromolecules 2012, 45(7),

3221-3230.
14. Seuring, J.; Agarwal, S. Macromolecular Chemistry and Physics

2010, 211(19), 2109-2117.
15. Shimada, N.; Ino, H.; Maie, K.; Nakayama, M.; Kano, A.;

Maruyama, A. Biomacromolecules 2011, 12(10), 3418-22.
16. Jang, W.-D.; Kamruzzaman Selim, K. M.; Lee, C.-H.; Kang, I.-K.

Prog. Polym. Sci. 2009, 34(1), 1-23.
17. Kumar, A.; Srivastava, A.; Galaev, I. Y.; Mattiasson, B. Prog.

Polym. Sci. 2007, 32(10), 1205-1237.
18. Yang, Y.; Wang, J.; Zhang, J.; Liu, J.; Yang, X.; Zhao, H. Langmuir

2009, 25(19), 11808-11814.
19. Matyjaszewski, K.; Xia, J. Chem. Rev. 2001, 101(9), 2921-2990.
20. Wang, J.-S.; Matyjaszewski, K. J. Am. Chem. Soc. 1995, 117(20),

5614-15. 
21. Bak, J. M.; Lee, T.; Seo, E.; Lee, Y.; Jeong, H. M.; Kim, B.-S.;

Lee, H.-I. Polymer 2012, 53, 316-323.
22. Lee, H.-I.; Pietrasik, J.; Matyjaszewski, K. Macromolecules 2006,

39, 3914-3920.


