
J. Electrochem. Sci. Technol., 2020, 11(2), 148-154

− 148 −

Cathodic Electrochemical Deposition of Highly Ordered Mesoporous

Manganese Oxide for Supercapacitor Electrodes via Surfactant

Templating

Dongwook Lim, Taesoon Park, Yeji Choi, Euntaek Oh, Snag Eun Shim, and Sung-Hyeon Baeck*

Department of Chemistry and Chemical Engineering, Center for Design and Applications of Molecular Catalysts, Inha Uni-

versity, Incheon 22212, Republic of Korea

ABSTRACT

Highly ordered mesoporous manganese oxide films were electrodeposited onto indium tin oxide coated (ITO) glass using

sodium dodecyl sulfate (SDS) and ethylene glycol (EG) which were used as a templating agent and stabilizer for the for-

mation of micelle, respectively. The manganese oxide films synthesized with surfactant templating exhibited a highly mes-

oporous structure with a long-range order, which was confirmed by SAXRD and TEM analysis. The unique porous

structure offers a more favorable diffusion pathway for electrolyte transportation and excellent ionic conductivity. Among

the synthesized samples, Mn2O3-SDS+EG exhibited the best electrochemical performance for a supercapacitor in the wide

range of scan rate, which was attributed to the well-developed mesoporous structure. The Mn2O3 prepared with SDS and

EG displayed an outstanding capacitance of 72.04 F g−1, which outperform non-porous Mn2O3 (32.13 F g−1) at a scan rate

of 10 mV s−1.
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1. Introduction

Since the ordered mesoporous materials based on
the silica such as SBA-15 and MCM-41 were devel-
oped in 1990’s, the mesoporous materials have drawn
great attraction due to the high surface area and nar-
row pore size distribution [1,2]. The silica based mes-
oporous materials have been usually fabricated by
hydrolysis and condensation of silica precursor such
as tetraethyl orthosilicate [3]. The porous structure
can be easily controlled by changing the concentra-
tion of precursor or synthesis temperature [4-6]. For
the synthesis of ordered mesoporous non-silica mate-
rials, on the other hand, various strategies have been
employed utilizing the diverse chemistry of non-sil-
ica materials [7-10]. Especially, mesoporous transi-
tion metal oxides have shown promise in numerous

fields such as energy storage, catalysis, adsorption,
and separation, because they possess the high sur-
face area and high redox properties [11-17].

The preparation of the ordered mesoporous materi-
als can be classified into hard template and soft tem-
plate method by the type of template [18]. In case of
the hard template method which is called as nano-
casting or repeated templating method, the meso-
porous materials such as anodic aluminum oxide
(AAO), mesoporous carbon, and mesoporous silica
have been generally used as templating agents [19-
21]. The advantage of hard template method is easy
control of porous structure, relative and higher stabil-
ity of template than the soft template method. Also,
the synthesized materials should be stable in the base
or acid solution such as NaOH and HF because these
solutions are used to remove the template.

On the other hand, the soft template method gener-
ally utilizes the surfactant such as hexadecyltrimeth-
ylammonium chloride, Pluronic F127, or Pluronic
P123 as a templating agent [22-24]. Typically, the
surfactant is added in relatively high concentration
for the formation of micelles. This method is con-
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ducted under relatively mild conditions, and various
ordered mesoporous materials can be synthesized by
changing the experimental conditions. Also, when
the soft template method is combined with electrode-
position, an ordered mesoporous structure can be fab-
ricated at milder conditions because electro-
fabrication of mesoporous materials utilizes the
micelles of adsorbed surfactants on the electrode sur-
face [25].

The rapid development of industry has inspired
vigorous research on energy storage. Among the var-
ious energy storage applications, supercapacitors
have been attracting attention because of their high
specific power density. Generally, a supercapacitor
has hundreds of times power density of conventional
secondary batteries [26]. Therefore, since the 1990s,
supercapacitors have begun to attract attention as a
means to improve the power of electric vehicles [27].

Supercapacitors are typically divided into two
types— electric double layer capacitors (EDLCs) and
pseudocapacitors. EDLCs have high power density
and a long-life cycle because the charge accumulates
on the electrode surface by electrostatic force [28].
Therefore, the high surface area of the electrode and
the contact between electrode and electrolyte are cru-
cial for these supercapacitors. In contrast, the pseudo-
capacitor is based on a faradaic charge storage
mechanism such as a surface redox reaction. The
energy density of this type of supercapacitor is higher
than that of EDLCs. Generally, transition metal
oxides have been used as the electrode material due
to high redox properties [29-32]. Among the various
transition metal oxides, manganese oxide is one of
the promising materials due to its high abundance,
low cost, eco-friendliness, and excellent redox prop-
erties [33].

In this work, highly ordered mesoporous manga-
nese oxide (Mn2O3) films were prepared by electro-
deposition onto indium tin oxide coated (ITO) glass
in the presence of sodium dodecyl sulfate (SDS) and
ethylene glycol (EG) which was used as a templating
and structure stabilizer, respectively. The manganese
oxide films synthesized with surfactant exhibited a
highly mesoporous structure with well-ordered inter-
spacing framework. The unique porous structure pro-
vides a more favorable diffusion path for mass
transfer and excellent ionic conductivity. The Mn2O3

prepared with SDS and EG displayed an outstanding
capacitance of 72.04 F g−1, which outperform non-

porous Mn2O3 (32.13 F g−1) at a scan rate of 10 mV s−1.
These results were mainly ascribed to the well-
ordered mesoporous structure and high surface area.

2. Experimental

2.1. Electrodeposition of mesoporous manganese

oxide films

To electrodeposit the mesoporous manganese
oxide, an electrolyte composed of 6 mM sodium
dodecyl sulfate (SDS), 6 mM ethylene glycol (EG)
and 10 mM manganese nitrate (Mn(NO3)2) in
100 mL of deionized (DI) water was prepared. Then,
the mixture was vigorously stirred at 40oC for 30
min. All electrodeposition of manganese hydroxide
films was performed at 70oC on indium tin oxide
(ITO)-coated glass under constant potential (−1.6 V
vs. Ag/AgCl/KCl (3 M)) in a standard three-electrode
system with a Pt mesh and Ag/AgCl/KCl (3 M) as
counter  e lec t rode and reference e lec t rode,
respectively. After deposition, the working electrodes
were washed with ethanol several times and the heat
treatment was performed at 200oC for 3 h. Finally, to
remove the remaining surfactant, the synthesized
electrodes were immersed in ethanol for 18 h. The
synthesized sample was denoted as Mn2O3-SDS+EG.
For comparison, manganese oxide films were also
deposited without EG and SDS or with only SDS.
The films were denoted as pristine-Mn2O3 and
Mn2O3-SDS, respectively.

2.2. Physicochemical and electrochemical charac-

terizations of mesoporous manganese oxide films

The porous structure was characterized using
small-angle X-ray diffraction (SAXRD; RIGAKU,
D/MAX 2200V/PC, Cu Kα (1.54 Å) X-ray irradia-
tion source) and transmission electron microscopy
(TEM; Philips, CM200). The oxidation states of
manganese oxide were obtained via X-ray photoelec-
tron spectroscopy (XPS; Thermo scientific, K-
Alpha).

Electrochemical properties such as the Tafel plot
and cyclic voltammetry (CV) were measured using a
three-electrode system with a Pt mesh and Ag/AgCl/
KCl (3 M) as the counter electrode and reference
electrode, respectively. The Tafel plots was mea-
sured over a potential range of −1.2 V to −1.8 V vs.
Ag/AgCl with a scan rate of 10 mV s−1 to study the
influence of the surfactants and additives on electro-
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deposition. CV for the measurement of capacitance
was performed in a 0.5 M Na2SO4 solution for a
sweep between 0 and 0.8 V vs. Ag/AgCl.

3. Results and Discussion

3.1. Cathodic deposition of manganese hydroxide

The mesoporous manganese oxide film was pre-
pared by following two steps. In the first step, man-
ganese hydroxide was cathodically electrodeposited
using an aqueous solution with nitrate ions according
to following reactions [34]:

 (1)

 (2)

Finally, the manganese oxide was synthesized on
the ITO glass by heat treatment at 200oC for 3 h.

 (3)

For the synthesis of manganese oxide, tree kinds of
electrolytes were used; 1) without surfactant (pris-
tine-Mn2O3), 2) with only SDS (Mn2O3-SDS), and 3)
with a mixture of SDS and EG (Mn2O3-SDS+EG).
To investigate the influence of the surfactants on
electrodeposition, the Tafel slopes for three different
electrolytes were investigated in the potential range
from −1.2 to −1.8 V (vs. Ag/AgCl/KCl (3 M)). As
shown in Fig. 1, a similar plateau was observed for

the three electrolytes, and the Tafel slopes of all elec-
trolytes were calculated to be about 145 mV dec−1.
Therefore, it could be concluded that the electrodepo-
sition reaction was identical in all of the electrolytes,
and there was no serious side reaction with the addi-
tion of surfactants.

3.2. Physicochemical characterization of the syn-

thesized manganese oxide

The oxidation states of the synthesized manganese
oxide films after calcination at 200oC were evaluated
by XPS. The binding energies obtained from XPS
analysis were aligned by referencing the C 1s peak to
284.8 eV. As shown in Fig. 2, the Mn 3s spectra for
all samples exhibited a spin energy separation of
5.6 eV regardless of the electrolyte. The synthesized
manganese oxides after heat treatment at 200oC were
confirmed to be Mn2O3, which was consistent with
the XPS spectra reported by H. Xia et al. [35]. Based
on the Tafel slope and XPS results, it was confirmed
that the surfactant (SDS) and additive (EG) used in
the synthesis of the mesoporous structure did not
affect the formation of the manganese oxide films.

Small-angle X-ray diffraction (SAXRD) was used
as a general tool to confirm the existence of an
ordered mesoporous structure. Fig. 3 shows the
SAXRD spectra of the manganese oxide films syn-
thesized from three different electrolytes. The mea-
surements were carried out between 2º and 10º at a
scan rate of 0.3o min−1. The inter-pore distance of the
deposited films was calculated based on the follow-
ing Bragg's law:

 (4)

where n is a positive integer, λ is the wavelength of
the X-ray (Cu Kα = 1.5406 Å), d is the inter-pore dis-
tance (in other words, the center-to-center distance
between neighboring pores), and θ is Bragg’s angle.
In the case of pristine-Mn2O3 which was synthesized
without surfactant, no SAXRD peaks were observed,
which indicated the absence of an ordered meso-
porous structure. On the other hand, Mn2O3-SDS
showed peaks at 2.64o, 3.24o, 4.76o, and 6o, corre-
sponding to d-spacings of 3.34 nm, 2.72 nm,
1.85 nm, and 1.47 nm, respectively. Similarly,
Mn2O3-SDS+EG films exhibited several peaks at
2.92o, 3.62o, 5.06o, and 6.5o, which were assignable
to 3.02 nm, 2.44 nm, 1.74 nm, and 1.36 nm, respec-
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Fig. 1. Tafel plots (log i-E curves) for three different

electrolytes measured in 10 mM Mn(NO3)2 at a scan rate

of 10 mV s
−1.
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tively. These diffraction patterns demonstrated that
the electrodeposited Mn2O3 displayed a highly
ordered mesoporous structure, expecting enhanced

electrochemical performance for a supercapacitor.
TEM images of the deposited manganese oxide

films prepared with surfactants are shown in Fig. 4.
Compared with featureless and dense structure of
manganese oxide fabricated without surfactant (Fig.
4a), a highly ordered mesoporous structure was
clearly observed in the manganese oxide films elec-
trodeposited with surfactants as a templating agent.
This ordered mesoporous structure could be very
helpful in increasing the accessible electrochemical
surface area. The inter-pore distance was estimated to
be 2.5-3.5 nm from the TEM images in Fig. 4, which
was consistent with the small-angle XRD results. The
highly ordered mesoporous structures synthesized
with surfactants were thus confirmed using SAXRD
and TEM. It has been known that EG can modify the
construction of micelle structure of surfactant, lead-
ing to formation of rod-like array. Tan et al. [36] fab-
ricated the two-dimensional mesoporous nickel
hydroxide films by electrochemical deposition in
dilute surfactant solutions in the presence of EG. In
the solutions, EG gradually enlarges the spherical

Fig. 2. XPS spectra of the manganese oxides (Mn2O3) cathodically deposited at −1.6 V (vs. Ag/AgCl (3 M)) after

calcination at 200oC for 3h.

Fig. 3. SAXRD patterns of synthesized manganese oxides

cathodically deposited at −1.6 V (vs. Ag/AgCl (3 M)) (a)

without surfactant (pristine-Mn2O3), (b) with SDS(Mn2O3-SDS),

and (c) with a mixture of SDS and EG (Mn2O3-SDS+EG).

Fig. 4. TEM images of synthesized manganese oxides cathodically deposited at −1.6 V (vs. Ag/AgCl (3 M)) (a) without

surfactant (pristine-Mn2O3), (b) with SDS(Mn2O3-SDS), and (c) with a mixture of SDS and EG (Mn2O3-SDS+EG).
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micelle volume of SDS as an expander, resulting in
modification of micelle shape from the sphere to rod-
like hexagonal structure. The unique mesoporous
structure derived from the stable cylinder micelles
can provide a high specific surface area, pore vol-
ume and a uniform mesopore size distribution, thus
expecting the enhanced specific capacitance.

3.3. Electrochemical properties of ordered meso-

porous manganese oxide

To investigate the electrochemical properties of the
ordered mesoporous manganese oxides, cyclic
voltammetry (CV) was conducted at scan rates of 10,
40, 60, 80, 100, and 200 mV s−1 in the potential range
of 0-0.8 V using a 0.5 M Na2SO4 aqueous solution.
Because all samples were electrodeposited at the
identical conditions (at −1.6 V vs. Ag/AgCl/KCl
(3 M) until reaching 200 mC) and the currents were
almost similar as confirmed from Tafel slope
measurement in Fig. 1, the deposited amounts of
manganese oxide in each film was almost same. The
deposited amount of manganese oxide was calculated
from the weight difference between bare electrode
(ITO coated glass) and manganese oxide coated
electrode using a micro balance. As shown in Fig. 5,
all CV plots regardless of scan rate exhibited a
roughly rectangular plateau with broad quasi-
reversible redox peaks. In cases of  ordered
mesoporous manganese oxides, the areas of CV were
much higher than that of the non-porous sample
(pristine-Mn2O3). which was attributed to their high
electrochemical surface area. These results indicated
an increase  in  access ible  sur face  s i tes  for
supercapacitive behavior in the ordered mesoporous
samples relative to the non-porous sample.

Fig. 6(a) shows the CV plots of each sample at
200 mV s−1. Based on the CV plots, the specific
capacitance of the deposited films was calculated
using the following equation:

where I is the current, dt is the scan time interval, m is
the sample mass, ∆V is the potential range of each
scan, and C is the specific capacitance of the synthe-
sized electrode, respectively. The ordered mesoporous
samples exhibited higher electrochemical performance
than the non-porous sample, as shown in Fig. 6(a). The
specific capacitances at 10 mV s−1 were calculated to
be 32.13 F g−1, 51.25 F g−1, and 72.04 F g−1 for pris-
tine-Mn2O3, Mn2O3-SDS, and Mn2O3-SDS+EG,
respectively. These results indicate that the ordered
mesoporous samples exhibited higher capacitance due
to the higher electrochemically active surface area and
well-developed porous structure. In addition, an
ordered structure can increase the ionic mobility
between the electrolyte and electrode surface by reduc-
ing the ionic diffusion path [37]. Interestingly, manga-
nese oxide synthesized with a mixture of SDS and EG
(Mn2O3-SDS+EG) exhibited much higher specific
capacitance than manganese oxide synthesized with
only SDS (Mn2O3-SDS) at all scan rates investigated.
This result can be explained by the well-developed
mesoporous structure with the addition of EG, as men-
tioned above. For all samples, the specific capacitance
decreased with an increase of scan rate, as shown in
Fig. 6(b). It is well known that a low scan rate allows
sufficient electrolyte penetration into pores, leading to
a more efficient contact between ions in electrolyte
and the active materials. At high scan rates, in contrast,

C
I∫ dt

m tΔ
----------=

Fig. 5. Cyclic voltammograms of electrodeposited manganese oxides in a 0.5 M Na2SO4 solution with different scan rates.

Manganese oxides (Mn2O3) synthesized (a) without surfactant (pristine-Mn2O3), (b) with SDS(Mn2O3-SDS), and (c) with a

mixture of SDS and EG (Mn2O3-SDS+EG).
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the high ion consumption rate (reaction rate) compared
with the diffusion rate results in a low capacitance
[38]. Among the synthesized samples, Mn2O3-
SDS+EG exhibited the best electrochemical activity
for a supercapacitor in the wide range of scan rate,
which was attributed to an increase in the numerous
active sites and enhanced accessibility of electrolyte
caused by the unique mesoporous structure derived
from cylindrical micelles.

4. Conclusions

In summary, we successfully synthesized highly
ordered mesoporous manganese oxide by cathodic
electrodeposition using SDS as a structure template.
The fabricated ordered mesoporous structures exhib-
ited inter-pore distance with a spacing of 2.5 to
3.5 nm. The synthesized porous structures were
slightly changed by adding EG because these addi-
tives alter the interaction among SDS molecules and
change the micellar structure. Based on Tafel and
XPS results, the surfactant and additive had no effect
on the electrodeposition of manganese oxide. With
respect to electrochemical performance in superca-
pacitors, the ordered mesoporous samples exhibited
higher capacitance and rate capability than the non-
porous sample due to the high electrochemical sur-
face area and increased ionic mobility. Among the
synthesized samples, Mn2O3-SDS+EG showed the
highest electrochemical performance for supercapac-
itors due to the increased active sites of the Mn2O3

with unique mesoporous structure derived from the
addition of EG.

Acknowledgment

This work was supported by INHA UNIVER-
SITY Research Grant.

References

[1] C. T. Kresge, M. E. Leonowicz, W. J. Roth, J. C. Vartuli

and J. S. Beck, Nature, 1992, 359(6397), 710-712.

[2] D. Zhao, J. Feng, Q. Huo, N. Melosh, G. H.

Fredrickson, B. F. Chmelka and G. D. Stucky, Science,

1998, 279(5350), 548-552.

[3] M. Su, H. Su, B. Du, X. Li, G. Ren and S. Wang,

Korean J. Chem. Eng., 2015, 32(5), 852-859.

[4] K. Miyazawa and S. Inagaki, Chem. Commun., 2000,

21, 2121-2122.

[5] D. Zhao, P. Yang, N. Melosh, J. Feng, B. F. Chmelka

and G. D. Stucky, Adv. Mater., 1998, 10(16), 1380-1385.

[6] J. M. Kim and G. D. Stucky, Chem. Commun., 2000, 13,

1159-1160.

[7] F. Schüth, Chem. Mater., 2001, 13(10), 3184-3195.

[8] J. Kibsgaard, A. Jackson and T. F. Jaramillo, Nano

Energy, 2016, 29, 243-248.

[9] T. Brezesinski, J. Wang, S. H. Tolbert and B. Dunn, Nat.

Mater., 2010, 9(2), 146-151.

[10] Y. Wang, C.-M. Yang, W. Schmidt, B. Spliethoff, E. Bill

and F. Schüth, Adv. Mater., 2005, 17(1), 53-56.

[11] H. Liu, P. He, Z. Li, D. Sun, H. Huang, J. Li and G. Zhu,

Chem.-Asian J., 2006, 1(5), 701-706.

[12] P. A. Nelson and J. R. Owen, J. Electrochem. Soc.,

2003, 150(10), A1313-A1317.

[13] G. Wang, H. Liu, J. Horvat, B. Wang, S. Qiao, J. Park

and H. Ahn, Chem.-Eur. J., 2010, 16(36), 11020-11027.

[14] F. Jiao, K. M. Shaju and P. G. Bruce, Angew. Chem. Int.

Ed., 2005, 44(40), 6550-6553.

[15] F. Jiao, J. Bao, A. H. Hill and P. G. Bruce, Angew.

Chem. Int. Ed., 2008, 47(50), 9711-9716.

Fig. 6. (a) Comparison of cyclic voltammograms at a scan rate of 200 mV s
−1 and (b) specific capacitance values with

respect to scan rate.



154 Dongwook Lim et al. / J. Electrochem. Sci. Technol., 2020, 11(2), 148-154

[16] Z. Wu and D. Zhao, Chem. Commun., 2011, 47(12),

3332-3338.

[17] W. Shen, X. Dong, Y. Zhu, H. Chen and J. Shi,

Microporous Mesoporous Mater., 2005, 85(1-2), 157-

162.

[18] J. Chattopadhyay, T. S. Pathak, D. Pak and R.

Srivastava, Korean J. Chem. Eng., 2016, 33(5), 1514-

1529.

[19] B. Yue, H. Tang, Z. Kong, K. Zhu, C. Dickinson, W.

Zhou and H. He, Chem. Phys. Lett., 2005, 407(1-3), 83-

86.

[20] K. Zhu, B. Yue, W. Zhou and H. He, Chem. Commun.,

2003, 9, 98-99.

[21] P. Shu, J. Ruan, C. Gao, H. Li and S. Che, Microporous

Mesoporous Mater., 2009, 123, 314-323.

[22] E. Ramasamy, J. Chun and J. Lee, Carbon, 2010, 48,

4563-4565.

[23] Y. Liu, W. Zhao and X. Zhang, Electrochim. Acta, 2008,

53, 3296-3304.

[24] S. Inagaki, Y. Fukushima and K. Kuroda, J. Chem. Soc.

Chem. Commun., 1993, 8, 680-682.

[25] S.-H. Baeck, K.-S. Choi, T. F. Jaramillo, G. D. Stucky

and E. W. McFarland, Adv. Mater., 2003, 15(15), 1269-

1273.

[26] S. Hui, Y. Lifu, J. Junqing and L. Yanling, Energy

Convers. Manag., 2011, 52(1), 668-674.

[27] G. Wang, L. Zhang and J. Zhang, Chem. Soc. Rev.,

2012, 41(2), 797-828.

[28] C. Lei, N. Amini, F. Markoulidis, P. Wilson, S. Tennison

and C. Lekakou, J. Mater. Chem. A, 2013, 1(19), 6037-

6042.

[29] T. Zhao, H. Jiang and J. Ma, J. Power Sources, 2011,

196(2), 860-864.

[30] H. Chen, L. Hu, M. Chen, Y. Yan and L. Wu, Adv.

Funct. Mater., 2014, 24, 934-942.

[31] J.-W. Wang, Y. Chen and B.-Z. Chen, J. Alloys Compd.,

2016, 688, 184-197.

[32] N.-L. Wu, Mater. Chem. Phys., 2002, 75(1-3), 6-11.

[33] S. K. Jana, B. Saha, B. Satpati and S. Banerjee, Dalt.

Trans., 2015, 44(19), 9158-9169.

[34] C. Natarajan, J. Electrochem. Soc., 1996, 143(5), 1547-

1550.

[35] H. Xia, Y. Wan, F. Yan and L. Lu, Mater. Chem. Phys.,

2014, 143(2), 720-727.

[36] Y. Tan, S. Srinivasan and K.-S. Choi, J. Am. Chem. Soc.,

2005, 127(10), 3596-3604.

[37] Y.-G. Wang, H.-Q. Li and Y.-Y. Xia, Adv. Mater., 2006,

18(19), 2619-2623.

[38] S. Khalid, C. Cao, L. Wang and Y. Zhu, Sci. Rep., 2016,

6, 22699.


